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FOREWORD
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Section 1[
INTRODUCTION AND APPROACH

This report covers work performed during the first year of a three-year
program ained at developing an improved nickel hydroxide electrode for use
in rechargeable alkaline batteries for aerospace applications. The improve-
ments sought in this study were primarily concerned with achieving a higher
nickel electrode performance capability from the standpoint of energy density,
charge efficiency arid capacity reproducability in nickel-cadmium, nickel-
zinc or nickel-iron cell systems. The specific objectives of thig program
were, therefore, the development of nickel hydroxide electrodes:

e With a minimum capacity of eight ampere-hours per inch- when
discharged at the five-hour rate at room temperature

e With a charge efficiency of 93% when charged at room temperature
at the five-hour rate

* With a capacity uniformity of ± 1% after a minimum of 200, 50%
depth-of-discharge cycles at the five-hour rate at roc-m temperature

e By a process offering maximum ease of fabrication and formation
while still complying with the above objectives

It was decided at the outset of this program that the best approac• h to
meeting these objectives would be through a research program in which the
first year would be devoted to a critical examination of the electrode structure,
alternative fabrication techniques, and the role of additives. When the char-
acteristics of the most promising electrode design and fabrication technioue
have been sufficiently identified through this examination, efforts will be de-
voted to advanced electrode testing, further electrode and process developme.nt
refinements, and production on a pilot-line basis to produce 20 ampere-hour,
sealed nickel-cadmium cells for final evaluation.

In order to efficiently perform the various analytical and experimental
investigations required, five independent tasks were established for the pre-1' sent reporting period. The scope of each of these tasks is briefly outlired

below:

1. Additive Study. An experimental study to assess the various effects
of cobalt and oiher additives to the active electrode material was
conducted, and included a determination of the extent and effect of
zinc oxide absorption in nickel hydroxide electrodes when coupled
with zinc-negative plates. Chemical, physical, crystallographic
and electrochemical aspects of the electrode were considered in an
effort to better understand the possible rnechanisms associated with
the operation of the electrode and the role of additives in general.
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2. Substrate Evaluation. A corrosion-resistance evaluation of various

candidate substrate materials as a means for meeting the capacity
reproducability goal was conducted. Since it is known that pure
nickel will corrode to some ex~ent during :ycling (leading to a pos-

sible increase in the amount of active material present), practical
alternatives to conventional nickel substrate materials were examined.

3. J4'al Structure Analysis. A theoretical analysis to identify and
characterize the "ideal" structure in terms of the effects of pore size
porosity plate thickness and the relative amounts of conductor and
active material on the available electrode energy density was con-
ducted. These results could also provide useful assistance in the
experimental work of the fabrication task.

4. Fabrication Evaluation. Experimental work in which electrodes were
prepared Dy various methods and electrochemically and chemically
analyzed to determine the optimum plate fabrication and active ma-
terial loading technique with respect to the overall goals of this pro-
gram. was conducted. Conventional electrode preparations as well
as electrodeposited. and pasted processes were examined in the
course of this work. In conjunction with the ideal structure analysis,
experiments were made to determine the effects of substrate pore
size and general configuration on the active material utilization and
associated electrode behavior. The most promising plate structures

were subjected to pretesting under sealed-cell conditions. The teet
used nickel-positive plates of a size suitable for 20 ampere-hour ceils
and commercially available cadmium counter electrodes.

5. Memory Analysis. An experimental task in which a systematic
sequence for cycling and for electrically and chemically analyzing
a series of commercially available "sub-C" cells was established
to determine the extent and site of cell capacity loss with cycling.
Particular attention was focused on the nickel electrode to determine

whether it is the contributing factor to such memory effects commonly
experienced in rechargeable nickel-cadmium battery applications.

Literature pertinent to the work of the overall program has been evaluated
and discussed in the appropriate technical sections of this report. Additional
references, with titles, which were not cited in the present report have been
arranged according to the subject matter and are presented in the Appendix I,
"Bibliography. "

"The major conclusions and corresponding recommendations based on the
present results of this progr:.- are presented at the end of each of the tech-
nical sections of this report and are br.efly summarized in Section 7.

2
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k Section 2

THE EFFECT OF ADDITIVES ON THE Ni(OH)q ELECTRODE

INTRODUCTION

For a discussion of the effect of additives on the Ni(OH), electrode, it
is first necessary to understand the mechanism of the electrode itself with-
out any additive. This involves not only the chemical transformations of
the electrode reactions, but also extremely intricate structural changes of
the polycrystalline Ni(OH) 2 active mass during the course of charge and dis-
charge. The complexity of the electrode mechanism arises from the physical
and chemical nature of a system that is heterogeneous, highly disordered, and
subject to irreversible or highly hindered reactions under the driving force
of an electric field, particularly with respect to the effect of additives.

It is, therefore, not surprising to find a large amount of literature filled
with contradictory statements. Examples of a general treatment of the whole
field of nickel/cadmium batteries are the comprehensive works of Milner and
Thomas (Ref. 1) and Falk and Salkind (Ref. 2). In addition to these two works,
it may be best to select different schools of work for review of the literature;
a selection of works in which different aspects of the problem have been
studied extensively, and in which many of the conclusions have stood the test
"Of time.

Briggs, Wynne-Jones and their co-workers (Refs. 3 and 4) may have been
the first to recognie the crucial importance of the connection between an elec-
trode reaction mechanism and crystal morphology. They proposed a structural
model of mixed-layer lattices with large surface areas. The crystalline shape
was generally laminar, permitting the penetration into the spaces between layers
by ionic species and water molecules. Concomitant changes in electrical con-
ductivity were also recognized.

X The structure of Ni(OH)2 in its various aspects was further elucidateri by
Bode and co-workers (Refs. 5, 6, and 7) and by Tuomi (Refs. 8 through 11),
among others. Basic to this structure is the layer structure of the active mass
through which Lukovtsv (Refs. 12 th.ough. 14) articulated -what AUynneiones
and co-workers anticipated, namely, proton diffusion. Bode established the
existence of different crystal structures, notably a hydrated hydroxide,
S-3Ni(OH) 9 2120. It is oxidized to Y - NiOOH. wbich, '. concentrated
alkali, converts to the form common in battery application, • - Ni(OH), with
brucite structure. Both a and y phases contain water of hydration. • -Ni(OH)v

also has a lattice structure in which the water molecules are assignek definite
locations in a hexagonal structure, with unit cell value of the c-axis as c = 8. 09
angstroms. Such wide spacing of layer lattices obviously makes for greater
ion and water riobi~ity. On exposure to battery conditions, this structure is

3



irreversibly changed to 8 - Ni(OH) 2, also reflecting a change in density from
a-to O-phase from 2.50 to 3.85 g/cm3 . Tuomi (Ref. 9) obtained the y-phase
in its oxidized form by overcharging the Ni(OH) 2 electrode, but he chooses to
call it a - hydroxide, citing precedence of a previous publication (Ref. 8).
He concluded that, on the basis of extensive x-ray diffraction studies, the
oxidation-reduction process is described inadequately by a proton diffusion
process (Ref. II). Alkali ions, hydroxyl ions, and water molecules contrib-
ute significantly to the reaction mechanism.

The evolution of oxygen, the oxidation state of nickel, and its relative
stability in the charge and overcharge condition are of particular importance
in battery operation. These factors, relating to charge acceptance and reten-
tio'. have been studied by Conway and co-workers (Refs, 15 through 22) and
most recently by Scarr (Ref. 23) and MacArthur (Ref. 24). Many different
reaction paths are suggested for the overall oxidation of Ni(OH)2 and OH- to
NiOOH and 02. The question of the ultimate oxidation state of nickel on over-
charge is still unanswered. It is certainly larger than three, but ther iJs no
concrete evidence for even a relatively stable +4 state under battery condi-
tions, so that a value higher than three could be attributed to absorbed or other-
wise occluded oxygen atoms in the irregular active battery mass. It is funda-
mental that under standard conditions the oxidation of Ni(OH),

Ni(OH), + Oi- = NiOOH + H 0 - e-

has a potential (versus Hg/HgO) of E* 0.414 v, as compared with the oxygen

4 OH- z 0 2 + 2 H20 + 4 e- at E' = 0.307

In spite of the favorable the..modynaic values favoring oxygen evolution, the
nickel electrode in secondary battery systems is a reality because of the much
higher overvoltage of the oxygen evolution process on charging the nickel elec-
trode. Herein lies the importance of the study of additives to Ni(OH) 2 . They
m.-y cortribute to the distortion or perfection of crystal lattice structure,
thereby helping or hindering beneficial or detrimental processes. The additives
may also contribute to an increased overvoltage of the oxygen reaction and to a
decrease in the self-discharge of active mass directly through the change in
crystal structure, from surface modification, or from chemical bulk effects.

The above was recognized and, for the first time, systematically attacked
by Doran in a series cf studies on the addition of cobalt, magnesium, manga-
nese, and cadmium to the nickel hydroxide positive electrode (Refs. 25 and 20;)
Later on he added scandium to this list (Ref. 27). The lit'rature up to about
1962 was summarized bv Casey and co-workers (FRef. 28), Figure 1 indicates
(in the form of a periodicne tete es testing of .ifferent caton addi-
tions to the Ni(OH)2 lattice. The circled symbols of berium, s-ilicon, and lead
indicate that in later work by Harivel and associates these three eimprnts were
the only additional new ones tested (Refs. 29 through 32),
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In spite of the many insights into the structural complexity of the nickel
hydroxide electrode in Casey's own work as well as in his review, he still
considered the status of the problem confused in 1962. So, it remains today.
This may well be attributed to the difficulty of reproducing original electrode
conditions from one experiment to the next, especially from one laboratory
to another. The positive resultE of Caaeyv' study referred to the enhancement
and maintenance of electrode capacity ct high temperature (55 0 C) by the addition
of lithium ions to Ni(OH),. Mention of a beneficial effect of Al (III) was also
made. This was studied systematically by Harivel et al (Ref. 30).

Harivel and Laurent (Ref. 29) determined by x-ray analysis that Co(OH)2

and Ni(OH) 2 were isomorphous, forming solid solutions. By observing the de-
composition of the higher oxides, they were led to believe that the role of co-
balt was to stabilize the hydroxide lattice by blocking oxygen diffusion. In the
study of aluminum addition, nickel aluminate (Ref. 30), NiA102 was found to
have a structure similar to y-NiOOH so that the aluminum addition may tend
to maintain the desirable y structure over the S-phase. Harivel's thesis (Ref.
32) contains a comprehensive overview of the structural factors, and distin-
guishes clearly between a-, 0- and y-Ni(OH)2. In addition to general informa-

tion on the crystal structure induced by foreign ions, it also presents magneto-
chemical evidence for a nickel +4 oxidation state. Yet, in a detailed performanco
analysis of Ni(OH) 2 electrodes with many different additives(Refs. 30 and 3 1)
the results are Pq conflicting as in Casey's earlier review. Harivel employed
the following two criteria for electrochemical characterization of the electrodes.

* Electrode capacity Jfter the fifth formation cycle

o The capacity after open-cell stand for 15 days at 50 0 C in 7N KOH,
following a sixth recharge

A clear distinction of the effect on crystal structure, s-versus Y-phase,
was found, but the effect of additives on capacity was inconclusive and tended
more nearly to indicate an adverse result. Previous reports of beneficial
effects, such as those of Doran (Refs. 25 through 27), were attributed to the
more lightly impregnated sintered nickel plates of Doran's work as compared
with the commercial plates used by Harivel.

A major part of this work was the elucidation of the effect of additives
on Ni(OH), electrodes. This work effort was to be done by an experimental,
voltametric method in which electrodes were subjected to slow linear sweep
voltametry. The structure of the electrodes was varied in a direction of
increasing physical complexity from anodized plain polvcivstalline nickel
foils to commercially impregnated sintered plates. The former would most
clearly yield results showing the electrochemical factors of the electrode
reaction, whereas the latter would have these results chanked by the structural
factors introduced in tihe design of a practical nickel cade,,am cell.

6



SCell Desigi-

The basic cell design for the additive study is shown in Figure 2 and con-

sists of a three-inch outer diameter cast acrylic (or PTFE) tank into which
the nickel test electrode, the cadmium counter electrode, and a reference
electrode are immersed. For the initial experiments,the nickel electrodes
were 99. 99% pure, 0. 005-inch thick foil with an area of approximately 1 cme.
Both platinum and cadmium electrodes were used as counter electrodes. They
gave equivalent results so that, for most of the work, a sintered-plate type
cadmium electrode with a surface of 4 cm 2 was used. The reference electrode
was a mercury-mercury oxide electrode housed in 5-mm Pyrex glass tubing.
Gas bubbles maintained an argon atmosphere above the electrolyte solution.

Test Circuit

Following previous work (Refs. 33 and 34), the multipulse circuit of
Figure 3 was used to study the anodized Ni(OH)2 films, In thiRs circuit, the
test electrode was subjected to a series of programmed, constant-potential
steps prior to potentiostatic or galvanostatic voltage sweeps. The object was
to prepare the nickel electrode by cleaning the surface electrochemically,
adding cobalt or other impurities in a controlled manner, then oxidizing the
surface in alkali to a state corresponding to a discharged battery plate
(Ni(OH) 2 ). FinaJly, this was followed by alternately charging and discharging
the electrode between the Ni(l) and Ni(llI+) states.

The potential sequence is shown in Figure 4, which also gives a typical
voltamogram resulting from the triangular voltage sweep. In later parts of
the p•roram, when the active electrode material consisted of foruied Ni(OH)W
(either by cathodic precipitation or by impregnation of a sintered matrix), the
preliminary potential steps were no longer applicable. Thus, electrodes were
cycled in a triangular manner immediately on immersion in the electrolyte
solution. In this case, it became important to observe the first and early cycles.

The current/voltage curve of the triangular voltage sweep (Figure 4) is the
bosi. Of. th.."•" s.u._• Ai osciLloscope trace has an oxidation step corresponding

* ~to the anodiCPrces -. Vi '" ~ ocug~ a Capacity xchargey

QA. At a sweep rate of dE/dt, it reache3 an anodic peak current ia and peak
voltage E An inflection point is noted when a second anodic process, the
evolution of oxygen, becomes ncticeable. Similarly, the cathodic step has a
discharge capacity, QC, and peak values of EC and ic.

Voltametric Cycling

As mentioned previously, experiments were successively performed on
structurally r.niore complex electrodes. These are listed in Table ! , in se-
quence with respect to the electrode and the additive used, to the electrolyte,
and to the temperature.

'I7
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Table 1

SUMMARY OF VOLTAMETRIC EXPERIMENTS

T e'mperature

Electrode Electrolyte (0C)

a Polycrystalline nickel foil 0.2N, 2N, and 6N KOH 23*

b Nickel and cobalt, co-

deposited on nickel foil 0. 2N KOH 23

c 89. 8/c nickel, 10. 2% cobalt

alloy 2N, 6N KOH 23

d Cathodically precipitated
hydroxides

100% Nickel 6N KOH 23 and 45

10% Cobalt** 6N KOH 23 and 45

100% Cobalt 2N KOH 23

5% Zinc 6NY KOH 23

100% Nickel 6N KOH
containing 10g/l ZnO 23

5% Zinc 6N KOH

containing 10g/1 ZnO 23 and 45

5% Aluminum 6N KOH 23 and 45

5% Cadmium 6N KOH 23 and 45

100% Nickel 4.3N KOH + lN LiOH 23 and 45

*Room Temperature

**Percent of cations, remainder nickel

Experimental Procedure for Planar Electrodes

All nickel electrodes were chemically polished before testing in a solution

of 50 ml HOAC, 30 ml HNO3 , 10 ml HSO4, and 10 ml IH-PO 4 at 906C. The

samples were then rinsed in distilled water free of dissolved oxygen and

immersed in the test cell at a potentiostatically controlled cathudic potential

11



to reduce the small amount of surface oxide formed during the polishing and
immersing operation. At cathodic potentials, there was also concurrent gas-
sing of hydrogen. Subsequent potential steps wrere used to further cleanse the
surface, to reduce the hydrogen gassing current, and to oxidize nickel to
Ni(OH)2 . A triangular potential sweep was then used to simulate charge/dis-
charge cycling. The potential sequence used in these preliminary studies is
Hhown in Fi-Pi-re 4 The timfe h.-. ,R, mnsrheme , . . .- m-.twnrr
made at a moderately slow sweep rate of about 18. 5 mv/sec, although at the
end of most experiments faster and slower sweep rates were also used. This
experimental procedure is explained in greater ce-tail in Table 2.

Cycling of Anodized Polycrystalline Nickel Foils. Current-voltage curves
such as those of Figure 4 give both qualitative and quantitative results. The
latter are obtained by direct observation and graphical integration of the
oscilloscope traces. Table 3 gives the anodic and cathodic parameters
for plana nickel foils at three different KOH concentrations. The magnitude
of the anodic charge is in agreement with previous work (Ref. 33) on nickel
anodization. It was surprising, however, that treatment in 6N KOH comDnr'p•
with that in 0. 2N or 2N KOH did not Lcrease the extent of surface oxidation
beyond the two or three indicated monolayers of Ni(OH) 2 . It was expected
that 15 to 20 such layers could be formed on a planar electrode (as seen in
Table 2), which woulo have been equivalent to the surface oxide5 on a battery
plate. Such heavy anodization corresponds to severe corrosion in alkali.
Since this would have been obtained at the cost of losing the identity of the
surface, it was decided to proceed to cathodic precipitation of the active
hydroxide mass.

A positive aspect of the thin-film experiments was the qualitative inter-
pretation of the electrochemical reaction. For example, the following obser-
vations were made in experiments involving 0. 2N KOH electrolyte:

1. In the first 100 cycles, the peak corresponding to the oxidation
of Ni(II) shifted steadily to more positive values. This was not
observed in 2N or 6N KOH.

2. Visible oxygen gassing occurred at abcat 560 m- (versus Hg/HgC)
regardless of experimental conditions, and it did n, change with
cycling.

3. The extent of oxygen gassing affected subsequent cathodic discharge,
which reached a maximum at 400 to 430 mv.

'i. With cycle life, the separation between the two oxidation processes
is reduced on the voltage scale. Thus, the proceis Ni(JI) -. Ni(III)
becomes more passivated and finally merges into the oxygen evolu-
tion process, which still begins with substantial current densitv at
about 560 mv.

J'
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Table 3

CYCLING NICKEL FOIL ELECTRODE AT ROOM TEMPERATURE

'b Anodization Cathodization

Sweep Peak At Ano•c Peak At Cathodic
Cycle Rate Scanned Range Current Voltaqe Charge Current Voltage Charge Efficiency

No. (mv/aec) (m,,)* (ma/cma) (mv) .nC/cma) (ma/cm') (my) (inC/cma (QC/qA)

Electrolyte -- 0. 2N KOH

S18.5 -- 0.24 520 -- 0.13 434 -- --

10 18.5 -194 to +558 0.30 495 1.01 0.35 430 9.84 0.84

117 13.5 -202 to +552 0.63 523 1.64 G. 82 418 1.54 0.94

245 18.5 -194 to +586 0.72 525 1.66 0.75 415 1.50 0.90

940 18.5 -194 to +554 0.83 518 1.56 0. 51 411 0.37 0.88

1003 2.96 -194 to +557 0. 26 509 1.91 ,. 11 420 1.41 0.77

1020 100 -162 to +593 2.66 540 1.52 2.05 395 1.43 0.94

Electrole-- 2N KOH

S18.7 -- to +562 0.18 538 -- -- -- -- --

5 18.7 -183 to +567 0.17 523 0.84 0. 39 425 0. 46 0.72

12 18.7 -183 to +566 0.23 525 0.73 0.51 423 0.63 0.86

25 18.7 -185 to +585 0.31 528 0.611 0.57 420 0.75 0.84

123 18.7 -176 to +572 0.72 532 1.28 0.62 420 0.89 0.70

1007 18.7 -179 to +574 0.95 '08 1.21 0.35 398 0. 96 0.79

1012 2.97 -224 to +537 0.21 498 1.52 0.076 398 1.07 0.70

1023 92.8 -174 to +567 3.17 514 1.02 1.46 391 0.98 0. 93

Electrolyte ON KOH

I 18.6 -- to 572 0.35 485 - 0.27 401 .- --

5 18.5 -;$ to +572 0.41 480 1.29 0.40 A02 0. 98 0. 76

10 18.6 -1P' to +570 0.48 483 1.39 0. 43 400 1. 07 0. 77

30 18.6 -182 'o +574 0 76 507 1.07 0.44 410 1. 11 0.6

105 18.6 -205 to +55) 0. 94 510 1.82 0.39 411 1.11 0.6i

113 378.0 -194 to 4'562 S.43 516 I1 06 4. 86 *,00 1.01 0 95

212 16.6 -2'8 to +540 0. 82 502 1. 49 9 27 409 0. 93 0. 82

1005 18.6 -215 to +539 1.87 497 2.68 0.44 3 3 1.57 0.118

0i;3 2.92 -233 to -525 0.63 491 3.61 0.3)0 396 1.35 0.37

1039 190 -178 to -563 3.75 505 1. 92 1.23 39, 1,64 0 85

* I •olt.% exi :-,asur .wrvs fihg Htie) re!erence telctrode
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Cycling of Anodized Electrolytically Deposited Nickel-cobalt Layers. The
metals were codepositod on the same 99. 91% pure nickel foil used in the thin
film work described in previous paragraphs. The procedure of Vagramyan
and Fatueva (Ref. 35) was modified so as to avoid appreciable hydrogen evo-
lution. Electrolytic deposition was performed at -650 mv (versus NHE),
with poterntiostatic control from a solution of 1 M NiSO4 and 0.25 M COSO 4
at a p11 of 1.9. An example of voltametric cycling of such an electrede is
illustrated in Figure 5*. After completion of the preliminary stepping se-
quence, the electrode was cycled in 0. 2N KOH with continuous argon purg-
ing at a potential sweep rate of 18. 5 mv/see with a range of - 180 to +560
mv (versus the Hg/HgO reference electrode ) and at room temperature.

22
The test electrode area was 1 cm , with the counter electrode area being

4 cm 2 . Figure 5a shows the current-voltage behavior for Cycle 42. The
trace for Cycle 975 is in Figure 5b. After extensive cycling, the curves
have the appearance of that of Cycle 4105 (Figure 5c), after which little
further change occurred even beyond Cycle 7000.

The appearance of two anodic and cathodic peaks instead of one, which
would be expected for a solid solution of Ni(OHI' and Co(OH),, led to the con-
clusion that the microstructure of the deposit was not homogeneous enough
for the purpose of this study and that, in effect, separate surface patches of
nickel and cobalt were dealt with. Electron microbeam scanning of the sur-
faces was incou•clusive. However, since the behavior of these elecLrodes
varied from one electrodeposited electrode to the next, this lack of reproduc-
ibility and the availability of a nickel-cobalt alloy led to the alloy study.

Cycling of Anodized Nickel-cobalt Alloy. Cobalt and nickel form a continuous
series of solid solutions (Ref. 36). Thus, the thin film study was continued
with experiments on metallurgically prepared alloys. Melted nickel and co-
balt were forged, hot and cold rolled, and heated to 900&C in hydrogen. The
resulting alloy was a solid solution of 89. 8 weight % nickel and 10. 2 17c cobalt.
Voltametric cycling did not show the double peaks of electrodeposited films.
Therefore, it was confirmed that these double peaks were caused by isolated
patches of Ni(Ott) 2 and Co(OH) , and that those results with electrodeposited
electrodes did not represent the behavior of a nickel electrode with cobalt
additive.

The voltametric data on alloy cycling in Table 4 should be compared with
those of pure nickel thin film electrodes in Table 3. Both sets of experiments

*In comparing the oscillograph traces with recorded and tabulated data,

alioAnce must be made (or a calibration correction factor for the oscillo-
scope voltage trace, which varied from 20 to 40 my and was measured for
eaich individual traice.

.'hc refterence electrode h!g htg() had a potential of +0. 924 10. 002 v versus
nonormal hv-rogen electrode in the same solution.
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Table 4

CYCLING OF 904 NICKEL -- 104COLALT ALLOY FOIL
AT ROOM TEMPERATURE

Anaod"atlt Caookduit

Sweep Peak At Aaod€c Peek, At Catodic

itat* Scanned RPime Current Vol"ag Charge Cuarrent Voltage Cliarge Zfflctency
Cycce No. (mv/eec) (mv)* (rn/ Si) (-v) t52/c__ (n/cma) (mo) (mC/cms) (QCIQA

Electroly.e - - 0. 3N KOH

I 18.5 -202 to +542 0.24 4#-J -- 0.04 3$1 -. --

10 18.5 -1$# to +56I 0.21 464 1.12 0.18 i N 0.64 0.57

25 18.5 - 204 to +544 0.028 4:7 1. .0.22 411 0.:8 0.78

200 18.5 -194 to +655 0.54 103 0.78 0.52 401 0.72 0.82

1032 18.5S -194 to +560 G.$ 411 14 0.105 0.57T 403 0. TO 0.93

1040 2.91 -210 to +548 0.32 $02 1.17 0.21 416 1.71 0.87

1055 98.3 - 152 to +585 4.28 540 1.46 2.19 387 1. 49 1. 03

iIc -lt -- - f-

30 18.5 -174 to +540 0.94 +aoI 2.87 0.60 40# 1.93 0.57

200 18.5 -174 to 549 1.39 504 2. 59 0.80 404 2.33 0.80

93! 18. 5 -1832 t. +570 2.35 504 2.35 0.58 395 2.20 0.80

102d 18. s -185 t, +s6 2.50 51') 2, 81 0.18 3" 2. 52 0.87

1... 2.68 -201 to +554 0.82 495 S.66 0.21 3"6 3.05 0.55

10540- 98,3 -175 to +582 8.84 5.2 2.33 J.04 3" 2..01 0.88

Electrolyte -- SN KOH

1s. 7 -207T•o +550 -- 481 2.76 384 0.000 0.003

14 18.7 -207 to +549 -- 411 2. 51 Ja1 0.30 0. 12

25 i1.7 -207 to -5,65 0.49 457 2. 22 0. 18 386 0.73 0.33

!09 18. 7 -220 to -537 0.88 489 t. 37 0. is 397 1. to 0.80

200 It. 7 -225 to -530 0. .4 481 1. 21 0. Is 383 0. g8 0. 55

D005 ; 8.' -202 to '556 0.17 407 2. 13 07,i4 0ee 4. "4 .

i ) 2.5 -23" to 1534 0. Is 4819 3.78 0.065 372 2.66 0.78

:014 -173 to +570 1.4 514 1.1 0.7it 360 do4 .33

17'
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were performed at room temperature and with 0. 2N, 2N, and 6N KUl1 elec-
trolytes. The following observations were made of the oscillographs and the
tabulated data:

1. Peak Voltages. For the alloy electrode in 0. 2N KOH, the peak
voltage of the anodic process, Ea, increases with cycling. This
may reflect a preferential charge and dis charge of ,,•"l•I), which
gradually displaces Co(OH), at the electrode surface or an irre-
versible oxidation of cobalt (refer to paragraph 4 below). The
effect is absent at higher electrolyte concentrations, but is also noted
to a lesser degree for the nickel electr(;de in 0. 2N KOII. Cathodic
peaks remain unchanged in all cases.

2. Peak Currents. These were about the same except for the 2N KOH
electrolyte, in which pure nickel had a small anodic current. In the
same electrolyte, the alloy electrode had exceptionally high anodicA
and cathodic currents.

3, C_..apcities. The larger peak currents for the alloy in 2N KOH are
also reflected in larger anodic capacity, QA. In Figure 6, QA values
for nickel and alloy thin film electrodes are compared. These data
indicate at least an initial, larger capacity for the alloy electrodes.
But the effect of surface roughness must be considered. The chem-
ical polishing before each experiment produced a very smooth elec-
trode surface, with an approximate surface roughness of 1. 1 for
nickel. The polish is applicable to nickel, and its effect on the alloy
was expected to be the same. It is possible that cobalt would be
etched to a greater extent than nickel; but, since it was presen•t in
smaller proportion and was in solid solution with nickel, it was
assumed that the alloy electrodes were nearly as smooth as the pure
nickel electrodes. In any case, cycling produced more surface
roughening which resulted in an increased apparent current densitv,
at least in the case of 6N KOH electrolyte.

4. Oxygen Evolution. In Tables 3 and 4 it is seen that QA was con-
sistently larger thanQC. If these r_, resented the oxidation and
reduction of Ni(II) and Ni(III) hydroxides, respectively, then the dif-
ference between A and QC was caused by the formation of oxygen.
Because of the very limited amount of effective active mass in thin
film electrodes, the relative effect of oxygen evolution on cycling
thin film electrodes is larger than in experiments with thicker echc-
trodes, to be described later. As a consequence, the 1,fficiwn, N.
QC /Q is substantially smaller than one. The experiments indicj-tf,
that after early cycling, which m'av be taken as a conditioning rcrloi
for the alloy, the efficiencv achieved by the alloy electrode was greater

in later cycles than that of pure nickel hlectrodes. With one excep-
tion, Table 5 shows that the values of the last column representing
oxygen evolution art larger for nickel than for Aloy thin filn. elec-
trodes. A vignificant conclusion to be drawn frnmi these data is that

i8
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"Table 5

OXYGEN EVOLUTION AS FUNCTION OF ELECTROLYTE
CONCENTRATION, SWEEP RATE, AND ADDITION OF COBALT

Anodic Charge
Sweep Not Discharged

,,LA-QC)/QA I x 100
Electrolyte Electrode No. (mvlsec) M_)

0.2N KOH

Ni* 1003 2.96 30

940 18.5 14

1020 100.0 6.3

NilCo** 1040 2.91 15

1032 18.5 9.0

1055 98.3 2.0

2N KOH

Ni 1012 2.97 42

1007 18.7 26

1023 92.6 49

Ni/Co 1026 2.88 86

1020 18.5 14

1054 98.32 16

6N KOH

Ni 1013 2.92 179

1005 18.6 ,1

1039 100.0 17

Ni/Co 1009 2.95 31

1005 18.7 4.4

1016 100.0 -- 27

*99.91'.. Nickel

*889. SJ Ni, I0.2• Co alloy

"-*Negative values indicate largter cathodic *,an anodic charg'e
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the presence of cobalt reduces oxygen evolution. This effect is clear

at about Cycle 1000. It may be masked by irreversible oxidation of

cobalt at cycles below 200.

It should also be noted that oxygen evolution was an inverse function

of sweep rate. This reflects the previously known fact that oxygen

evoiutiton is largely independent of the charging rate of the positive

nickel electrode, being primarily depenc.Xat on the electrode poten-

tial or overpotential so that fast charging is more efficient than

slow charging.

Voltametric Cycling of Cathodically Precipitated i-Nydroxide Electrodes. The

bulk of the present work n-i additives to the Ni(OH), electrode was performed

with cathodically precipitated hydroxide. In this process, the active material

is precipitated on a nickel matrix as cathodic polarization increases the pH

in the immediate vicinity of the electrode. The process without additives iE

fully described by Hausler (Ref. 37), Mclienry (Ref. 38). and by Bode and

his co-workers (Ref. 7).

According tc Bode's procedure, the hydroxides were precipitated from

0. IN nitrate solutions on cathodically polarized, sandblasted, rure nickel foil

substrates. The surface area of the substrate was 8 cm 2 . The deposition
occurred at I ma/cm2 for 30 minutes at room temperature. Electrodes with
0. 5 to 0. 6 cm 2 surface area were then prepared and cycled in 6N KOH*. Ex-
perimental conditions of the linear triangular vcltage sweep experiments and

their results (magnitudes of voltages, current density, and charge capacity
of both anodic and cathodic processes) are given in Table 6. Table 6 is di-
vided into the following six parts according to the active electrode material:

1. 1000/e Ni(OH)g

2. I.dded Co(OH)a -nd 1007 Co(OH),

3. Z:'(OH)v added tc the active mass and/or to the electrolyte

4. Added AI(OH),

5. Added Cd(OH)a

6. 100% Ni(OH), c;'cled in e!ectrolyte containing LiOH as well as KO'H

The tollowing observations are pertinent to the additive study in the light
of the voltametric rt-sults compiles in Table 6. Aspreviously noted, thfanodic

capacity, Q% ., of linear sweep voltametric cycles can be identified with the

charge acceptance of an electrode, and the cathodic capac:tv, QC, w:th the
dischargf of a nickel positive electrode. The charge efficioncy or charge
retention and the ability of the electrode to deliver charge are as important

as the electrode capacities. Strictly speaking, charge retention should be

examined as a function of the durat.o. o7 the cýýzn circuit pericod prior to cell

*100Qc NM(OH) and 100% CoaOtt) eiectrodes were also cvclv'd in 2N KOH,

I -
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discharge. In the voltametric procedure employed, however, the e,,'c2
is immediately discharged after charging. The charge and discharge processes
under these conditions can be compared from the tabulated data. The column
in Table 6 headed "Cathodization" refers to the cathodic discharge process
where QC should be compared with the anodic charge capacity, QA, to deter-
mine the cycling efficiency of the electrode. QC]QA is a direct measure of
this efficiency. Its value approaches 100% in these tests after the conditioning
resulting from earlier cycles, i.e., Cycles 10 to 100, depending on the parti-
cular electrode.

Such aspects of the experimental results are treated separately below.
In general terms, despite the increasing structural complexity of the active
material in going from anodized single crystals of nickel and polycrystalline
nickel foil to cathodically precipitated Ni(OH)., the main features of the i-E
curves remained the same. This reflects the fact that cyclic voltametry is
suitable for analyzing electrode reactions from a purely electrochemical point
(,f view. While complications were anticipated as the electrode structure be-
comes more complex, it is remarkable that a nickel foil with approximately
two monolayers of Ni(OH), gave a result similar to that of a 2-" thick, cath-
odically precipitated Ni(OH), layer. Small but noticeable differences can be
attributed to the structure of the precipitated Ni(OH) 2 .

Figure 7 shows the initial cycles (1 and 2) for pure Ni(OH), and for 90%
Ni(OH)z + 10K Co(OH)L. electrodes in 6N KOH at 45 0 C. In each case, the
larger anodic peak is that of the first cycle, and the second peak for Cycle 2
is at a much lower potential and has only a fraction of the initial capacity.
Cathodic peaks for Cycles I and 2 are identical for the co-additive electrode,
but they are different for the pure Ni(OH)a electrode. In the latter case, a
significant decrease in QC, or discharge capacity, is noted between the first
and second discharge.

Figure 8 shows the f., st two cycles of the co-additive electrode in greater
detail. Dashed lines indicate the approximate charge corresponding to the
cathodic precipitation and the subsequent anodization of Cycles 1 and 2. Inte-
grating under the cur'es gives the following:

I, Efficiency of cathodic precipitation

Equivalent of active mater; I deposited -

Number coulombs uied in cjthodic precipitation 1. 8

2. ltiii~ition =Charge use,! in oxidation of Ni(Il) (QA)
"Equivalent of active matcr'ial deposited (Q)

3. Cycle efficiencc'
(Q\)

Tvpical values of about 921 for No. I can be cx-plaired by the loss of charge
ir. cathodic impregnation (Ref. 3{') during reduction of ni;rate to lower-valent
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nitrogen species which, in turn, produces the necessary OH- ions for cathodic
precipitation, but not necessarily in equivalent amounts. The value of No. 2
is rather approximate because a possible 10% uncertainty exists in the estimate
of Q. Values less than 10076 were anticipated as a result of possible active
material isolation or the lack of contact of certain deposited particles and the
passivation of others. The very low efficieacy of the first cycle Qc/QX is
surprising and is related to the electrode structure and the insulating properties
of Ni(OH)M

Bode (Ref. 7), Harivel (Ref. 32) and their co-workers have drawn atten-
tion to the structure of a - Ni(OH)b which is obtained by electrochemical
cathodic deposition technique. Bode observed that the conversion to 0 or
y-Ni(OH) 2 is a function of temperature and alkali concentration. For example,
in 6 to 9N KOH at 900 C a few hours are required for the conversion. In the
pres nt experiment, this change occurs between Cycles 1 and 2, indicating
that the a-uhase is oxidized in Cycle 1 and is almost completely converted
to 0-phase before the start of Cycle 2. It may be concluded that the anodic
oxidation greatly accelerates the conversion.

A chemical analog of this aspect of Ni(OH)2 structure is found in the work
of Klyukina (Ref. 40). Studying the surface and structure of Ni(OH),, she found
that the primary structure of the active mass gradually crystallizes at various
stages of the chemical preparation of Ni(OH)M. Exposure of the precipitate to
alkali at elevated temperature or precipitation at high temperature from con-
centrated KOH solutions were most effective in increasing crystallite size.
Later work showed that initially formed Ni(OH), contained molecular water,
some adsorbed and some absorbed and incorporated into the structure by
hydrogen bonds (Ref. 41). Compaction, crystallization, and elimination of
molecuLar water are additional and concurrent changes to the phase trans-
formation a -. 9- or a- Y -Ni(OH) 2 , which are responsible for the decrease in
electrode capacity shown in Figures 7 and 8.

The method used to prepare electrodes does not ensure that exactly equal
amounts of active materia! ar- precipitated in experiments with and without
added Co(OH)M . Even the reported Co(OH) content is based on the amount
of Co(NO) 2 present in the solution from which the hydroxides are precipitated.

Nevertheless, electrodes with the addition of cobalt have shown cGnsistentlv
higher capacity at room temperature than pure Ni(Oti), electrodes. This effect
is evident at 2N and 6N KOH and can be most clearly svcc in four preliminary
voltametric experiments. Figure 9 comuares the charge acceptance (anodic
charge Q,) of electrodes with and without added W0e Co(OIt)2 in 2N and 6N K0)1l
at room temperature.

While tht. charge efficiency QAQC, was consistently at or above 900, the
absolute magnitude of QA and QC was lirge- for electrodes containing cobt.
This difference was particularly Pronounced between Cv(yles 200 and 1000, as
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can be seen in Figure 9. Comparison also showed a more rapid deterioration
of both types of electrodes in the more concentrated 6N KOH electrolyte.

A similar behavior is shown by the temperature dependence of electrodes.
At room temperature, cobalt-containing electrodes had about twice the capac-
ity of equivalent pure nickel hydroxide electrodes after 1000 cycles. At 450C,
the pure nickel electrode lost capacity very rapidly with cycling up to about
Cycle 200, at which point only about 101c of the original electrode capacity couild
be cycled. Under the same conditions, a cobalt-containing electrode could be
cycled well beyond 1000 cycles before its reversible capacity was reduced to
this extent. This is illustrated in Figure 10 and in Table 6 by comparison of
Sections la and lb (100% Ni(OH)a) with Sections 2a and 2b (10% Co(OH) 2 added).

Thin-film electrodes showed lower anodic and cathodic peak voltages for
electrodes containing CO(OH)a in 0. 2N KOH. This distinction was no longer
observed in cathodically precipitated electrodes. A more meaningf"i voltage-
mark is the potential at the start of anodic oxidation of Ni(II) to Ni(III) or that
of Ni(I1) + Co{II) solid solutions. This value varied only slightly in each cycling
experiment and was for pure Ni(OH),, 390 to 420 my versus Hg/HgO- and for
added 10% Co(OH) 2 , 280 to 310 my.

The same general observation on sweep rates noted for the thin-film
electrodes noted above is also valid for cathodically precipitated electrodes;
i. e., charge efficiency improves with faster sweep rates. In addition, more
Lharge is accepted during slow sweep rates than during faster ones.

Cathodically precipitated 10017c Co(OH) 2 electrodes were also cycled volt-
ametrically at room temperature in 2N KOH for the purpose of comparison
with analogous Ni(OH)• electrodes. The following observations on the behavior
of pure cobalt electrodes were made (refer to Table 6, Section 2c):

I. Lower anodic potentials for Co(ll) going to Co(III)

2. The passivated state of the electrode extended over aporoximately
300 mv negative with respect to oxygen evolution

3. On cycling, the peak current of oxidation gradually shifted -) more
positive potentials, indicating a mixed potential with Ni(O1)a

4. Although nickel is present only as a.substrat, below approximately
2 ,nm Co(OH),, there was evidence for Ni(II) to Ni(IIl) anodization
after about 30 cycles

5. QA was no l::rger than that of equivalent electrodes containing
Ni(OH)1, but it remained more nearly constant with cycling. Also,
the charge efficiency, QC"Q•, wasabout the same as that of other
precipitated electrodes
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6, Fast sweep measurements showed that coba] anodization has a high-
er degree of irr-versibility than nickei

7. In Table 7, oxygen evolutio-, potentials are ccmpared at three dif-
ferent srweeu rates. Voltages are measured on oscillograph traces
which have precision of only about * 10 mv, Withir this precision,
the overvoltage of oxygen evolution was the same for Co(OH), and
Ni(OH), electrodes. The values are taken from the oscillograms
where the trace crosses the zero-current line. Since there may be
a small contribution of Ni(III) reduction to this trace, the overmoltage
""values represent a minimum. The actual values could be as much as
20 my larger than those reported in Table 7.

Table 7

OXYGEN EVOLUTION POTENTIALS A\T Ni(OH) 2 and Co(OH), ELECTRODES
iN KOH AT ROOM TEMPERATURE

Ni(OH)a Co(OH 02

Sw W-eep Rate Cycle Voltage Sweep Rate Cycle Voltage
(mv/sec) No (mv*) (mrv/sec) No (Urv")

Slow 2.90 1016 538 2.92 920 541

Medium 18.1 1010 564 18.8 907 558

Fast 95, 1 1042 592 100o 0 938 573

*Measured versus Hg/1.gO to obtain oxygen overvoltage subtract 307 my.

Quantitativ,• anal- 'i of cobalt in active material was difficult because it
was present only m _ tities of the order of 100 4g/cm2 . Atomic absorption
and x-ray fluorescence were used as two separate methods for determining
cobalt. First attempts at atomic 2 Porption gay: uncertain results because
substrate nickel was digested with the solution, and cobalt impurities in the
nickel substrate (0. 055%) were of the same order of magnitude as the cobalt
additive itself. Later on, a method devised by H.H, Krbuger (Battery BQsi-
ness Section, General ElectrIc Company, Gainesville, Florida) was used to
remove active Ni(ll) and Co(II) from the substrate without introdticing the sub-
strdte into the sample to be analyzed.

The results are shown in Table 8. The weights are given in terms of the
total weight for a 2- =m by 4-cm sample o1 ,ickcl substrate foil, 0.0125 cm
thick. 7he nominal values are based on the assumption that in a mixed solu-
tion of Ni(NO 3), and C-o(NOv) equivalent amounts of Ni(OH' 2 and Co(OH) 2 are
precipitated. This need not be true, and it appears from the data of Table 8
that the process !avors precipitation of cobalt. The starting material,
Ni(NC,.,) 2, was also test ýd for cohalt impurities and was found to contain no
measurable quantity of cobalt.
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Table 8

COBALT ANALYSIS BY ATOMIC ABSORPTION

Total
.Weight of Co Weight of Ni (corrected Amm ant o' Co (4)

Sample (ug/ sample) (ug/sample) for blank) Nominal Found

Blank Solution 0 45 45 ....

Blank Solution +
Nickel Substrate 0 258 258 ....

2 T Co(O1 0 Nominal 60 2663 2465 1. 1 2.4

5% Co(mi0,H Nominal 150 2110 1992 2.7 7.5

10%1 Co(Oll), Nominal 320 2313 2375 5.4 13.5

X-ray fluorescence analysis (Table 9) was performed in an electron mi-
croprobe, which also yielded photographs of backscattered electon and x-ray
scans showing a uniform distribution of nickel and cobalt in the active elec-
trode material.

Table 9

COBALT ANALYSIS BY X-RAY FLUORESCENCE

X-ray Counts/100 Seconds Amount of Cobalt (n)

Sample Ni Co Nominal Found

Standards

Nickei metal 183,678 617 ....

Cobalt metal 616 138,403 ....

Co(OH), on Nickel

34 3138 126,483 ....

04 703 129,494 ....

Ni(OH) 2 on Cu(3•) 99,800 403 ....

Unknowns

1% Co(OH), nominal 111,625 2478 0.62 2.4

2% Co(OH) 2 nominal 117,049 3121 1.1 2.9

5% Co(OH), nominal 112,772 8370 2.7 7.0

10% Co(OH) 2 nominal 81,055 10,233 5.4 8.5
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These results show a considerable uncertainty in the total amount of
cations found in the active mass of the electrode. Therefore, it was preferred
to report the compositions in terms of the nitrate solutions from which theactive mass was cathodically precipitated. However, the results in Tables 8and 9 indicate that reported values may be minimum values of cobalt concen-

tration and that actually a greater amount of cobalt may have been present.

Whereas the beneficial effect of cobalt on the NiMOH)W electrode is fairly
well documented, the literature on the effect of zinc addition is quite scant.
One source indicates a detrimental effect. Flerov (Ref. 42) found that the
presence of zinc in pocket-type Ni(OH)2 electrodes (but not in sintered plates)
led to a rapid and substantial decrease in electrode capacity. This was attri-
buted to passivation which may have occurred on the larger Ni(OH), particles
of the pocket-type electrodes, whereas the distribution of active materials as
thin layers prevented passivation in the sintered plate construction. Passiva-
tion is attributed to the insulating effect of zinc on the conductivity of Ni(OH) 2.

This reflects ideas previously expressed by Lukovtsev and Slaidin. They
found only mrrginal differences in electrode potential with added zinc (Ref. 43),
but observed increased oxygen overvoltage to a maximum of 20 mv in the
microampere current range, when Li*, Zn"', and A113 were added to Ni(OH) 2
(Ref. 44). It was postulated that these ions penetrate into the Ni(OH) 2 lattice,
thereby hindering H÷ diffusion assumed to be essential for oxygen evolution.
The concept of ion exchange in the Ni(OH)a lattice is now generally accepted.
In the case of Zn*2 , there may be a connection with Flerov's observation that
zinc poisoning was more effective on deep discharge and during prolonged open
circuit stand in the discharged than in the charged state.

Cupp (Ref. 45) also tested sintered plates in KOH solutions saturated with
LiOH or ZnO. The best cycling efficiency, corresponding tothe QC/QA values
obtained in this report, was found in cells with reduced KOH concentration
and with ZnO additive. Battery tests were made at the C/4 rate, 25% depth
of discharge, and at 600C, but the reported data are quite sketchy.

In the present study, the effect of zinc additive was studied voltametrical-
ly in a manner similar to that employed in the cobalt additive analysis. All ex-
periments were performed at room temperature and at 45 0 C in electrolytes of
6N KOH or of 6N KOH to which 10 g/l of ZnO had been added. Thus, two dif-
ferent methods were employed for introducing zinc into the Ni(OH) 2 electrode:
1) direct addition to the active mass by cathodic co-precipitation; and 2) cycling
an electrode in the electrolyte containing ZnO. Sections 3a through 3d of
Table 6 represent different combinations of these experimental conditions.

Figure 11 shows the charge acceptance of electrodes as a function of
cycle life, For comparison with the electrodes containing zinc, curves for
pure nickel and nickel plus cobalt additive are included in Figure 11. There
is a beneficial effect of zinc on the maintenance of electrode capacity, par-
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ticularly with ZnO in the electrolyte. For example, the performance of the

nickel-zinc electrode in KOH/ZnO electrolyte at 45°C is comparable to that
of the nickel-cobalt electrode at room temperature. The effect is most prom-
inent at high temperature. Figure 12 shows the behavior on the 1000th cycie

of the electrodes, with and without added zinc. A substantial electrode capac-
ity still remained in the electrode with zinc additive, while the pure nickel
electrode had essentially no remaining capacity (note the current density scales

on the ordinates).

In the operation of a nickel-zinc cell, the addition of zinc to the nici~el
positive electrode occurs only as a result of the presence of dissolved ZnO in
the electrolyte after some cycling. The above results show that this is a bene-
ficial effect and later in this report it will be shown that appreciable absorption
of zinc occurs in a commercial nickcl electrode. The experiments pertaining
to the effects of other additives aluminum, cadmium, and lithium, are listed
in Sections 4, 5, and 6 of Table 6. Whereas 54 aluminum and 54cadmium were
added by cathodic co-precipitation, lithium was added by cycling in the electro-
lyte of 4. 3N KOH + 1. ON LiOH, which was previously used by Tuomi (Ref. 9)

Figure 13 shows the charge acceptance of aluminum- and cadmium-contain-
ing electrodes at room temperature and at 45 0C. An electrode with 100 Ni(OH) 2

as active mass at room temperature is added to Figure 13 to indicate that both
aluminum and cadmium improve the peri Jrmance of the electrode slightly, but
not as effectively as cobalt or zinc (refer to Figures 10 and 11).

Figure 14 illustrates the case in which the additive, lithium is added from
the electrolyte in the course of cycling. The inflection points in the lithium
curves in Figure 14 reflect the incorporation of lithium ions in the active mass
and show its beneficial effect. For comparison, points for the best additives
(nickel in KOH containing ZnO and nickel plus 10 cobalt) have been added in
Figure 14. With lithium as the additive, the Ni(OH) 2 electrode seems to suffer
least deterioration over prolonged cycling. As an example, the high tempera-
ture curve nickel/lithium at 45 0 C of Figure 14 could have be,7- x.Ttended to over

2000 cycles with only moderate further loss of capacity.

In Table 5, the efficiency of cycling thin film electrodes was examined.
With the assumption that the difference in discharge and charge capacities
is due to the evolution of oxygen, a measure was obtained for the efficacy of
an experimental procedure or electrode composition to reduce oxygen evolu-
ticn. With thin-film electrodes, additives were beneficial to capacity. Table
10 contains a similar tabulation of data extracted from Table 6 for cathodically
precipitated electrojdes.

In each case, changes in sweep rate were left to the end of the experiment
(near Cycle 1000) so as not to interfere with repetitive cycling of the electrode.
The data in Table 10 show the same general trend for cathodically precipitated
electrodes as for thin-film electrodes (Table 6). Increasing the sweep rate
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Nickel No. 1BA
9/10/69-1 Cycle 10006N KOH

45 0 C
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a.

0(vs Hg/HgO)

9/12/69-1 Nickel No. 20A

6 N KOH + 10 g/l ZnO Cycle 1000

45 0 C

-80
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b. -40

O (vs Hg/HgO)

Figure 12. Behavior of Nickel Electrode with (a) and
without (b) Zinc Additive in Cycle 1000
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decreased the oxygen evolution and increased the efficiency of cycling. The
data exhibit deviations due to experimental factors (such as the influence of
the preceding experimental procedure on individual cycles at given sweep rates).
but the general trend is that previously indicated. Additives described as most
beneficial for electrode capacity by previous data tabulations and graphs show
here the least excess of anodic charge over cathodic discharge, e. g. , the cases

of electrodes in 6N KOH + 10 gIl ZnO.

Table 10

ELECTRODE EFFICIEzNCY AS A FUNCTION
OF ADDITIVE, TEMPERATURE, AND SWEEP RATE

Anodic Charge
Sweep Not l)isc1'rRed

Tmmperature Cycle Rate I(QA-QC)/QA 1x 00
Electrode Electrolyte (VC) NL 0o. (mV/Sec) Vn)

100U Ni(OH), 6N KOH 23 1009 2.86 26,0

1000 18.2 0.7

951'• Ni(OH) 2+5r Zn(OH) fiN KOH 23 1034 2.90 28.0

1025 18.4 29.0

1040 98.f- 7.9*

100(r Ni(OH)2 6N KOH + 23 1115 2.86 3.2
l0g/1 ZnO 1000 18.5 23.3

1144 96.9 -18.0

95*ý Ni(OH),+501, Zn(CH), 6N KOH + 23 1015 2.84 8.6
10g1l riJ 1000 16.0 - 2.1

1030 96.8 ,38.0

95"ý Ni(OH),.5% AI(OH)3  6N KOH 23 1030 2.88 41.0

1000 10.3 -11.0

95A Ni(OH),+5% Cd(OH), 6N KOH 23 1015 2,q4 31,0

1000 3..0

10-3 99.0 29.0

100% Ni(OH), 4.3N KOH + 23 10'5 2.90 19.0
IN LIOH 1000 18.9 6.3

1025 98.7 -41.0

100% Ni(OH), 4. 3N KOH + 45 2332 2.79 52.0
IN LiOH

2318 18.7 - 9.3

2359 99.6 - 6.7

*Minus value indicates larger discharge than charge.
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ABSORPTION OF ZINC IN NICKEL POSITIVE ELECTRODE

The above results showed that Ni(OH)2 electrodes cycled in an electrolyte
containing ZnO should have good rechargeability and electrode capacity. That
no negative effect (i. e., zinc poisoning) was involved,was corroborated by the
analysis of a commercial positive plate which had been used in a nickel-zinc
cell. A 'arge nickel electrode was tAken from a nickel-zinc cell which had
been operated at the C/5 rate for about 40 cycles to a 1004depth of discharge
(negative limiting). Reference electrode measurements in conj..action with
the nickel-zinc cell cycling test showed that the performance of the positive
electrode was unaffected by zinc absorption which took place over the test pe-
riod (40 cycles to 1004 depth of discharge at C/5 = a minimum exposure time
of 400 hours). Two samples (A and B) were taken from widely separated
areas of the plate and were chemically analyzed.

These areas were noticeably different with regard to color. Sample A
came from a lightly colored area which resembled the color of a new plate,
Sample B came from a very dark, almost black, region of the electrode. The
"active" materials of these samples (hydroxides or oxides of nickel, cobalt
or zinc) were dissolved from the sinter and the resulting solut,'M was analyzed
by atomic absorption methods to determine the relative amounts of cations
present. These results are shown in the first two cclumns of Table 11. NGr-
malized weight percentages computed from these results (Columns 3 and 4)
are in good agreement with actual weights based on "ie Rcetates of nickel, co-
balt and zinc present in the solution (Columns 5 and 6). This close agreement
confirms the assumption that the values obtained correspond to the actual
amounts of cations present in the "active" material of the electrode. The
difference between Samples A and B is not significant. The major conclusion
to be drawn from the analysis is that zinc was absorbed into the positive plate
to the extent of about 20Q of its "active" cation content during the cycling tests
performed on this particular nickel-zinc cell. These results also indicate
that the nickel-positive electrode originally contained about 44cobalt in the
active mass.

Table 11

ANALYSIS OF POSITIVE PLATE FROM CYCLED NICKEL-ZINC CELL
eight Based

Weight bN Analysis No'rnalized Weight un .\cetAtes Present
Cation (1) (1) )

B _B A 1 A B

Nickel 26.2 28. 2 77. 5 79.8 79.0 84.8

Zinc 8.0 7.2 18.6 16.1 22.5 20.2

Cobalt 1.4 1.4 4.1 3.9 4.2 4.1

Total 35.6 36.8 100.2 99.8 105.7 109.1
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VOLTAMETRIC CYCLING OF CATHODICALLY IMPREGNI.TED NICKEL
PLAQUES AND OF A COMMERCIAL PLATE

In the final series of experiments, the planar nickel foil substrate was
replaced by a commercial nickel plaque structure and by a commercially
impregnated plate. Thus, the geometry of the electrode became more com-
plex and the voltametric test method was put to the limit of its applicability.
Experimental conditions remained the same as those used in conjunction
with previous tests on foil electrodes, except that the sweep rates were low-
ered in order to obtain greater utilization of deeper-lying active materials
rc.ulting from heavier plate loading.

The greater depth of the active material in the commercial plate made it
difficult to separate the Ni(fl) - Ni(I) oxidation peak from the oxygen evolu-
tion peak. Attempts to accomplish this separation were only partially success-
ful. Therefore, it was decided to base the quantitative determinations of capac-
ity with respect to the number of cycles on the nickel reduction peak (electrode
discharge capacity, QC) instead of on the previously used oxidation peak, QA-

Table 12 lists the electrodes studied in this series of experiments with
respect to the extent of cobalt addition and loading (impregnation) of the
sintered matrix. The bare suiter consisted of a 4-mil strip of perforated
steel with 10. 5 mils of nickel sinter on either side of the strip. This ma-
terial was used as a blank without any impregnation to judge the effect of
the corrosive alkali attack on the sinter during cycling. In four other
cases, the sinter was impregnated to a different extent by cathodic pre-
cipitation with Ni(OH)g plus 0, 2, 10, and 20fCo(OH)1 Finally, an
electrode prepared commercially by decomposition of the nitrates in an
alkaline solution was evaluated as another boundary case of a commercially
successful plate.

Table 12

PREPARATION AND COMPOSITION OF ELECTRODES
WITH SINTERED NICKEL MATRIX

lect¢ e Com oetn (_ Irnpmregnaton Th~cineve Capacltl

Structure____ (mnAci',= muWtoe. &Kc cm') (inches)

Cathodic precipitaW in plque I OV 0 0 9[11 30 1640 0 25

Cathodic precipltate &.- plaque 'A I I is ; 324 55 442

4 A.'thwi , r• cipitaot ;n plaq.uae $0 10 2, 12 1150 1 11.O0 0 : a5

5 Cathodic precipitate in ploque s0 20 2. 05 75 121i .5 57

6 ComrinnorcuJ plate S a. (3a--p Urs5 0 8 :6

I-xlpor ie 4
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Electrode I had an initial capacity of 130 iC/cm2 (Cycle 1) which at
Cycles 50 and 100 went through a minimum of 115 mC/cmý and then increased
approximately linearly to 345 mC/cm 2 at Cycle 2000. At this time, it was
comparable to an electrode capacity of 0. 03 ampere-hour/inch'. Although
not negligible, this represents only a small percentage of the capacity of the
impregnated electrodes (note the last column of Table 12). Furthermore.
the initial capacity of the sinter indicates a ratio of effective-surface to ap-
parent-surface (or roughness fa, tor) of about 100, based on the presence
of approximately two monolayers ,f the hydroxide on Lhe sinter.

The experimental data and the results for the remaining electrodes 1,-2
through 6) are given in Table 13. All experiments were performed at 45"C
in order to acctlerate the cycle-life test.

The discharge capacity, QC, for all of these electrodes is shown as afunction of cycle lift in Figure 15. After an increase in capacity, the com-
mercial plate had a loss from 3. S." to 1. 81 ampere-hours/inchs (refer to Table
13), whereas cathodically impregnated plaques experienced less deterioration.
This may be traced to the greater extent of loading in the commercial plate.

Different plate loadings and sweep rates influence the relative rating ofthe electrodes, as seen in Figure 15. The effect of loading is iWlustrated inFigure 16, in which the utilization (i. e., the ratio of actual discharge over
the theoretical capacity) is plotted against cycle life rather than the discharge
capacity itself. A different ranking, favoring the iightest-loaded electrode,
is obtained.

Obviously, both loading and discharge capacity must be taken into accountin determining the optimum amount of cobalt additive. Regarding the sweep
rate, it is noted in Table 13 that Electrode 6 was cycled more slowly at first,
then after Cycle 274 more rapidly than Electrodes 3, -4, and 5. This could
only account tc a small extent for the more rapid decrease in utilization ofthis electrode (refer to Figure 16). A greater variation of sweep rate, from
10 mvisec for jdectrode 2 versus 2. 8 mv/sec for others, could increase the
value of QC for the cobalt-free Electrode 2 by ac much as 30W (refer to Fig-
ure 15).

CONCLUSIONS

The mechanism of the NM(Ou-) electrode reactions is discussed at some
length !n the introduction to this section. Twc mare factors to be c::-..ered
are the electrochemical parameters and the physical structure of the eiec-
trode. The former can be isolated oind uniquely studlied in idealIzcd electrode
configurations, the latter may be decisive in 'letermi-n- the battery perfor-
m ance of com m ercial cells. AZso I mporta nt is the b'im . .-. ,-u , : t ,e
experimental methods are tzed to the. materials udj pr 'cesses. Thus, !he
results of the present study nave to be cons .dere i• I.,ew, -. rfe, , ".
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electrode structures examined and also with respect to the specific testing

program used.

A spectrum of electrode structures, from thin monolayers of active ma-

terial to commercial plates, was studied. This comprehensive selection was

made possible by severely restricting the additive study to essentially one ap-

proach -- voltametric cycling. This technique is commonly used in basic elec-

trode studies, but only recently has it been applied to battery studies (Ref. 46).

The following are the central conclusions of the work on additives:

1. Cobult and zinc are effective cation additives to the Ni(OH)2 active

mass. They increase charge acceptance and maintain discharge

capacity as a function of cycle life, particularly at high temperature
(450C).

2. Addition of the foreign ion to the Ni(OH) 2 lattice from the electrolyte
solution is more effective than direct incorporation of the cation by
co-precipitation, co-deposition, or alloy oxidation.

3. Other additives, cadmium and aluminum, had a lesser effect on im-
proving capacity at cycle life and high temperature. However, all de-.4- +2 4,2 +-2 •4

liberately added cations, Li+, CoZ, Zn, Cd , and A1+, had some
positive effect, and none were deleterious.

4. Although an optimum cobalt content was not established, cycling of
cathodically precipitated material in nickel plaques indicated im-
proved capacity with 2 to 204cobalt added. The largest capacity
was that of an electrode with 10• cobalt, however, that eiectrade
was also the most heavily loaded one.

Lack of time permitted only a limited number of experimentr, in the final
series with nickel plaques containing cathodically precipitated hydroxides and
with the impregnated commercial plate (Table 13 and Figure 15 and 16). Two
factors influencing electrode performance, loading (indicated by discharge
capacity), and utilization have already been singled out. They are depicted in
Figures 17 and 18. In Figure 17, the electrode containing 104 cobalt has the
largest discharge capacity. However, as pointed out previously, it also had
the greatest amount of active material. This loading was the same for the
2 and 204 cobalt samples, of which the latter had the higher capacity. The
advantage of adding cobalt is clear when compared with the cobalt-free elec-
trode in Figure 17. Conversely, the cobalt-free electrode has highest utili-
zation in Figure 18. This reflects the more irreversible oxidation of Co(H})
Co(lII) than the analogous Ni(II) oxidation. Otherwise, utilization remained
the same for all of the cobalt-containing electrodes during cycling. Taking
into account that higher loading should be detrimental to high utilization, 104
cobalt is still the choice in spite of the reservation mentioned above. This
choice is also in agreement with the findings of Januszkiewicz (Ref. 47), who

finds a plateau at 10 to 304 cobalt for the beneficial effect of cobalt on electrode
capacity.

47



4-a

10 r.

0

NY u

0c

OD_ CU

j C;

44



100

-- 20

5- 0

()6

49



The effect of cobalt on the Ni(OI)D lattice structure is charactert/ed b."
increased electrode charge acceptance, lower cathodic p,, -'ntial (higher over-
voltage), and incomplete reduction of active material at higher potentials.
These factors suggest a possible retarding influence by cobalt on the elec-
trode reactions. In thin-film electrodes, the presence of cobalt also reduces
oxygen evolution. In battery practice, these phenomena may lead to better
charge retention. Such an interpretation ol the data fits into the recognized
mechanism of the Ni(OH)2 electrode reaction described in terms of the work
of Wynne-Jones, Casey, Harivel, and others. Cobalt ions penetrate into the
Ni(OH) 2 lattice together with protons, OH" ions, and other species related to
the water molecule. Thus, the disordered structure of the lattice is increased,
thereby preventing the greater order and compaction of crystallites resulting
from grain growth and phase change.

The open a-phase structure, described by Bode (Ref. 7), was encountered
in the present study in the first electrode cycles only. The much greater
first-cycle capacity of the electrodes can be directly traced to crystal struc-
ture. In the cited work of Bode, it is also pointed out that Zn(OH)2 (forming
a mixed Ni(OH) 2 -Zn(OH)d) stablizes the a-phase. This explains the beneficial
effect of the zinc additive.

The observation that additives are best added from the liquid phase during
the formation of electrodes also fits into this picture. They are introduced onto
the surface of the active material and change the crystal lattice in the surface
layers of the active mass where needed most for later electrode reactions.

Finally, it must be reiterated that these results were obtained with a
specific test procedure. Linear sweep voltametry discharges active materials
in seconds or minutes, whereas conventional battery testing techniques range
into hours. The voltametric procedure applied to commercial plates is anal-
ogous to constant potential charging, in that the maximum electrode potential
is limited. The controlled, gradual rise in charging voltage up to this maxi-
mum value in the voltametric procedure protects the electrode from exposure
to the high initial current surges and correspondingly high operating stresses
which occur in conventional constant potential chargini, regimes.

Nevertheless, the method essentially involves fast cha• ging and dis-
charging, conventionaily viewed in battery technology as high C rates. Further
work and experimental improvements of the voltametric test method are recom-
mended. If it can be reconciled and correlated with more common battery tests,
a new method of accelerated battery Iif- testing based on the observation of
electro'de reactions would become available. Transient and uncertain phenom-
ena, such a. the memory effect, may become amenable to systematic study.

The following information was added during the final review of this report.

A study of ionic transport during the anodic oxidation of Ni(OH)2 isas been
published 'Ref. 48) in which a mechanism of OH exchange at the electrode
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electi olvte interface and both H' anJ o01t ion transport in the hydroxide are
postulated. Substantial isotopic exchange of 0" with (y0 occurred .,'hen thin
films of cathodically precipitated hydroxide were anodized in Its 8. Coulo-
metric and thermogravimetric experiments were also performed. As a re-
suit, the self-diffusion coefficient for ()H ions in Ni(OH)2 of 2.5 x 1 I"S
cm 2 /sec was determined.

Contrary to the large mobility of protons in NilI(OH)} (refer to MacArthur's
work, unpublished result), radiometric measurements indicated that participation
of H* ions in the charge process is very limitea. This passivation of protonic
transport is atioributed to trapping of H* in the oxidized structure, that is, in
the form of Ni(OH) 3 .

The perturbation of the crystalline structure by incorporation of cations
(Li*) and anions is also mentioned. Only chrcmate anions had a detrimental,
pa'sivatmg effect on the discharge of the oxidized hydroxide.
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Section 3

SUBSTRATE ANALYSIS

INTRODUCTION AND OBJECTIVE

This task has been directed toward finding a practical, stable substrate
material as one means for achieving the + 1% electrode capacity reproducibility
goal of this program. It is a well known fact that pure nickel substrates
corrode to some extent during cycling of the nickel hydroxide electrode.
This phenomenon leads to alteration of the active mass and, under severe
conditions, to the eventual loss of mechanical integrity of the structure. In
the case of sintered nickel substrates, corrosion may be so extensive as to
plac-. the capacity reproducibility tolerance completely out of range.

Popat et al (Ref, 4S. havt shown that from 30 to 40% of the initially formed
plate capacity can be attributed ;,o nickel substrate corrosion during conven-
tional impregnation and forming p:-cesses. Briggs (Ref. 50) "induced"
capacities up to I ma hour/cm2 oh planar nickel foils by anodically oxidizing
the foils under conditions similar to those encountered during the charging of
conventional nickel hydroxide electrodes. It was anticipated that these cor-
rosion phenomena would occur with any nickel substrate configuration whether
it be sintereii, foam, fiber, filamentaryor flake material. It was also antic-
ipated that it might, therefore, be extremely difficult to specify or control the
final plate capacity of electrodes employing nickel as the substrate material.

As a result, it was decided that materials other than pure nickel should
be examined for suitability in providing the required electronic conductivity
and mechanical support for the active material of the electrode. The objective
of this task was, therefore, aimed at finding electronically conductive sub-.
strate materials whLjh would satisfy th%. following basic criteria:

1. Compatibility. The substrate must be completely compatible with
the charged and discharged iorms of the active material L e., NiOOH
and Ni(OH)2 respectively.

2. Stability. The substrate must be stable with respect to corrosion or
attack by the alkali electrolyte or the cell impurities omer the entire
range of potentials normally encountered by the operating electrode.

3. Overvoltage. The substrate must have sufficiently high oxygen over-
voltage to permit efficient and complete charging of the active material
prior to the onset of oxygen evolution.

4. FabriDcation. TIl- selected material must be suitable with regard to
economic methods for fabricating the appropriate configuration.
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SELECTION OF SUBSTRATE MATERIALS

In this task, candidate substrate materials, or alloys, were chosen for
evaluation on the basis of their corrosion-resistant rating in aqueous alkali,
nitrate, and carbonate solutions, as reported in Refe-airce 51. This reference
lists over 100 metals and alloys which are rated "good" for chemical resistance
to alueous NaOI. About 40 of these materials are rated "good" with respect
to NaN(& and NCOR solutions at various concentrations and temperatures.
From the latter list and with consideration of the four substrate criteria dis-
cussed above, the following candidate materials were selected for study:

0 Carbon 9 Hastelloy* nickel-base alloy

. Nickel porous plaque* 9 Platinum alloys

A Stainless steel e Nickel-copper alloy (Monel**)
e Pure nickel 9 Lithiated nickel oxide

e Pure platinum

The decision to include lithiated nickel oxide in the abc re list of materials
was based on the fact that semiconducting lithium-nickel oxide F irfaces were
reported to offer good corrosion protection for l-!gh temperature nickel, fuel
cell electrodes and auxiliary charging electrodes for rechargeable zinc-air
cells. In addition, it appeared that a conventional nickel batter) plaque could
be used as the starting material to prepare porous "lithiated" plaque samples
for immediate evaluation.

Bacon and Jones (Ref. 521 were the !ireL tc disclose the practical use of
"lithiation" for corrosion protection in electrochemicaj systems. They applied
lithium salts in aqueous solution to porous rnckel plaques prior to high temper-
ature air oxidation of the sln.eiL. ihe lichiurn ions, which become incorporated
in the oxide, convert the usual nonconductive g:recn nickel oxide to a black,
semiconducting, adherent surface oxide. This haF bein shcwn to decrease the
oxidation rate of the underlying nickel in alkaline liquids under strongly oxidlizng
conditions, such as those that occur when oxygen is present at higher pressure.

Garfinkel and Weininger (Ret. 53' have obtained improved results from the
standpoint of a more uniform and impervious thin oxide film on nickel substrates.
They accomplished this by introducing lithium xvia a ,Va-tr-phase -ransport froma large excess of LiaO present with the sample during the heat tr -atr'ent process.
This improvement is thought to be caused by tne relatively high . apor pressure
of LisO at temperatares above 6000 C.

*Conventional battery plaque from the General Electric CompEny's Battery
Business Section.

** Trademark
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After examining several alternative lithiation processes, the following
procedure was selected for preparing the lithiated nickel foil and plaque
samples for this study:

1. Anneal -- at 1000°C for 30 minutes in a hydrogen atmosphere
(stainless steel retort).

2. Degas -- at 1000'C for 10 minutes in a vacuum (vacuum induction
furnace).

3. Oxidize -- at 6800 C for 10 minutes in air (box furnace).

4. Lithiate -- at 680PC for one hour in air by introducing a stainless
steel boat containing a premixed Li3 O-Ni p wder under the samples
to be treated (box furnace).

Initial attempts to determine the amount of lithium incorporated in the
oxide surface of the treated samples, using either x-ray analysis or flame
photometry, were unsuccessful because of the extremely thin (-600;) oxide
layer thickness. Since the surface conductivity of the treated samples, as
determined by means of a simple ohmmeter (two point method), was iound to
be comparable to that of the same but untreated nickel material, no further
effort was made to analyze the composition of the surface oxides obtained.
In all cases, the latter was a thin, dark green, almost black, adherent
coatng with a metallic luster (when prepared as above).

Evaluation Tests

Corrosion tests on the candidate substrate materials were conducted in
a hydrolysis cell shown schematically in Figure 19. Figure 20 shows the
six-station test stand used in conjunction with this task. In these screening
tests, oxygen was generated at the test sample by means of a constant-current
power supply to simulate the conditions of the nickel hydroxide electrode
during overcharging. The potential of each test electrode (versus a Hg/HgO
reference electrode) was continuously recorded throughout these tests. The
cells were sealed by means of a rubber stopper aad purged with oxygen to
prevent CO. contamination from the ambient.

The first screening test was conducted in a pure 31% KOH electrolyte for
a total exposure of about 7 ampere-hourR/cm2 at a current density of approxi-
mately 15 ma/cm2, based on the geometric area of the samples. At the end of
this test, a quantitative analysis of the electrolyte in each cell was made. The
results of this initial test are summarized in Table 14. The purpose of this
test was to eliminate from further testing those materials which showed
evidence of gross physical attack or an unusually low oxygen ov,¶ýrvoltage. With
regard to the latter condition, all of the samples demonstrated siufficiently
high operating potentials under the test conditions that this criteria could not
be used as a significant factor in ranking the alloy samples. The platinum
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foil sample did, however, exhibit the highest overvoltage value (refer to
Table 14), as expected. During the course of this test, the following qualitative
observations were made:

1. The nickel plaque became black in color after two or three days of
exposure, indicating possible oxidation of the sample.

2. The graphite did not liberate oxygen gas a rapidly as the metallic test
samples, but became covered with large, clinging bubbles.

3. Physical degradation of the graphite was evident from the fact that a
large quantity of black sediment was found in the test cell containing
this specimen.

4. A light brown deposit formed on the platinum counter electrodes for
the graphite, stainless steel. and Hastelloy samples during an open
circuit stand after the exposure test. These deposits were qualitatively
analyzed to determine the composition of the deposit. The results
are shown in Table 15.

Table 15

QUALITATIVE ANALYSIS OF PLATINUM
COUNTER ELECTRODE DEPOSIT

Sample Material Major Minor Trace Faint Trace

Graphite* Cu Zn Mg, Ca, Pt Pb, Ag, Al

302-SS Fe Mn Mg. Cu, Ca, --

A1, Pt, Cr

Fe -- Mg, Cu, Ca,
Pt, AL Mn

*This analysis shows that the brass rivet connection to the

test specimen was not adequately protected by the applied
epoxy coating. Metallic test electrodes were spot-welded
directly to platinum-lead wires.

On the basis of thot rabove resl-!ts, It W23 deca.d -&-t graphite, stainless steel,

and Hastelloy nickel-base alloy should be eliminated from further considera-
tion and that the remaining samples (platinum, nickel foil and nickel plaque)
should be compared to other materials in subsequent tests.

The second corrosion screening test was performed in the same general
manner as above, but with the following additional test features:

1. Double-layer capacitance (surface area) measurements were made

on the specimens before and after the exposure test by Brodd and
Hackerman's (Ref. 54) method in an effort to determlre the degree
of pitting or attack on the sample. Figure 21 is a circuit diagram of
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the apparatus employed in this test. Figure 22 is an oscillogram
showing the charging curve obtained from a platinum foil test sample.

2. Oxygen evolution polarization data were recorded for current densities
up to 50 ma/cm2 apparent surface area at the outset of this test.

3. The test electrodes were weighed before and after the anodic exposure
as an additional means for determining the extent of attack.

A 15 ma/cm2 constant-current anodic exposure test on two lithiated nickel
foil&, a lithiated porous nickel battery plaque, a Monel nickel-copper alloy foil,
and a platinum-54ruthenium alloy was conducted for 38 days. This corres-
ponded to a total exposure of about 12 ampere-hours/cm2 on thehe samples.
Pertinent data from this test are summarized in Table 16.

Table 16

RESULTS OF ADVANCED CORROSION SCREENING TEST

(12 Ampere-hours/cm2 Anodic Exposure in 31% KOH)

Dvuble Layer Cyacty 0 Overivltote
Witial Relative Weigm at 36 Ma/cam Elevtrslyte Analpeia

value Charge Lo (!jWLNgIg)J Lo0 Cairns

MIel (7MO Ni. 30K Cu) 941 4112 4.51 583 SW 0.25 Co (Fua

P!-5• Ru 775 - 10 0.62 1175 740 0.46

Li/Ni Foil 11.300 - 31 25.5 600 540 0.0 --

li/NM Foail 57.200 - 15 19.3 600 610 0.46

1.1/Ni Plaque 2l.O0 -446 1.24 600 5?0 0.51 -.

Blank (3 1 KOH) ........ .. 0. ".
to. 06

The relative double-layer capacittnce values obtained are in agreement with
expected results. The Monel and platinum-5% ruthenium electrodes were foilsF polished by mild sandblasting, and they presented a smoother surface than the
rougher and somewhat more porous surface of the treated nickel sm.np.A-e-.
Except for the Monel sample, all electrodes showed a lots in double-layer
capanitance as a result of the corrosion test. This reduction in double- layer
capacity cculd bf caused by the formation of an oxide layer on these samples,
but the fact that all samples lost weight during the anodic exposure militates
aiainst this as a firm con-luhtir.n If Ic ps-b,,,t.', toth&! t•4- ' --1----

ness was reduced as a result of anodization. while the Ma6nel sample corroded
via surface "pitting."

In terms of technical considerations alone, the platinu rn and platinum alloy

samples examined In this screening test appear to be the best ip-,ssible substrate
materilks for the nlcke' hydroxide electrode. The high oxygen evt!ution o- -r-
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potential and low. rate of "attack" are consistent with the desired goals of this
program. However, the use of platinum substrates in nickel hydroxide electr,,des
is totally impractical on the basis of economic considerations. For this reason,
a choice had to be made between Monel and the lithiated nickel oxide surface
treatment. The double-layer capacitamce and gravimetri- measurements
indicate that Monel is attacked to a greater degree during anodic exposure than
the lithiated nickel plaque material, but not to the extent of attack indicated for
the lithiated nickel foil samples. This discrepancy can be attributed to dif-
ferences in the barface oxide, since the foils appeared to be -nore severely
oxidized by the lithiation process as evidenced by their scale- like, blistered
surface. The oxidized surface of the plaque material was quite adherent and
appeared to have a uniform, blue-black color. Therefore, spelling of the oxide
scale from the foil samples could account for the high weight loss of these
samples.

A third corrosion screening test was devised to determine the extent of
"induced" electrode capacity resultig from th, oxidation of these materials.
in this test, foils of Monel, pure nickel. lithiated nickel, and samples of
plain and lithiated porous nickel plaque were exposed to about 250 charge-
discharge cycles in 31% KOH electrolyte. The test electrodes were all of the
same size (I inch by 1 inch) and were cycled in series at a constant anodic
current value that produced gaseous oxygen on all of the samples t" 3 ma/cmn}).
The cathodic discharge rate employed was equal to the above charge rate, aLd
each test electrode was individually xotected from exposure to hydrogen
evolution by means of a voltage cutoff relay set at -0. 75 volt with respect to
the Hg!.".,HgO , ejectrode system. Table 17 shows the gravimetric and
oxygen overvoltage data which was obtained in the course of th-J r,-P,&niVg
test.

Table 17

R ESJLTS OF CORRCS)N CYCLING TEST

0 E~volution Overpotentlial mv
Weight Changiý (ma/c rrI

Sample (rngIcr&) /00 0 10

&0. 052

NickeI Foil (pure) -0. 011 555 576 600

Ic. 1 F ---- I Iru eiit hlrr.-treated) -0. 055 615 635 720

Nickel Plaque (standard) *' 228 515 530 545

Nickel Placque (lithium-treated) -1. 101 532 554 578

The stiandard nickel plaque was the onl. sarmpie which developed a measurable
dischaxge capacity in this test f-0. 17 -: hoursicrn). This result is con-
sistent with the fact that it also shov Pd the grebatest weight gain.
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While these screening tests indicate that monel may satisfy the chemical

stability criteria, time did not pertimit the subsequent evaluation of this ailoy
in any practical electrode configuration. However- in view of tho Pncr.nng!ng

-esults obtained in the preceding corrosion tests with the lithium-treated nickel
plaque (relative to untreated, standard oattery plaque) and the fact tha* such
samples could be readily produced for this task at reasonable cost, it was
decided that an evaluation of impregnated, lithiated plaque would be the next
step in determining the suitability of this material as an electrode substrate.

To this rd, four nickel hydroxide electrodes were prepared by the multi-
step, cathodic deposition technique described in Section 4 of this report. two
of the electrodes were made from a nickel battery plaque which had been sub-
jected to the lithiation treatment, while the two control electrodes were made
from untreated plaque material. The four electrodes were mounted in flooded
test cells, designed with a large excess of cadmium (negative) capacity and
subjected to ten 100% depth-of-discharge cycles at 3. 0 mai*cms per side.

When the test electrodes were renmoved from the cells after cycling, the

lithium-treated samples were very brittle and crumbled readily on handling.
This phenomenon was not observed with the control elect-odes, suggesting
that the lithiation treatment severely weakens the sintered nickel structure.
Apparently, the swelling of the active material in the heavily loaded plates,
previously observed in this program (refer to Section 4) and by others (Ref. 37), ,
is sufficient to cause the mechanical failure of the lithiated nickel sinter.

{ I RECOMMENDATIONS

In view of the results discussed,it is recommended that the lithiated nickel

oxide surface treatment be eliminated from further consideration in this
program.

From an economic point of view, future experimental electrode evaluations
should continue, using commercially available nickel plaque as the electrode
substrate material until the primary fabrication techniques, design parameters,
and performance limitations have been more fully established. In the light
of the objectives of the other work areas of this program, the substrate eval-
uation task should be assigned the lowest pi iority.

iMajor emphasis should continue to be plaed on electrode preparation

techniques aimed at achieving higher electrode energy densities and charge
efficiencies. If in the next phase of this program it is concluded that sub-
strate corrosion represents a major obstacle for achieving "an improved nickel
hydroxide electrode, " the proposed assignment of task priorities could be
modified accordingly. Meanwhile, the cost associated with the continued

search for alternative substrate materials and the ultimate use of such materials
in electrodes for practical cell applications discourage further efforts in
this direction.
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Section 4

IJ I IDEAL STRUCTU•Ei ANALYSIS

INTRODUCTION AND OBJECTIVE

Many electrode fabrication processes have been developed and adopted

for battery systems by a cut-and-try approach, lacking any real knowledge of
the resulting electrode structural properties. In this study, a preliminary
mathematical analysis of the Ni(OH)2 electrode was undertaken with appropriate
experimental work to help identify the key electrode design parameters. The
purpose of this analysis was to provide a rational basis for selecting suitable
fabrication techniques and experimental approaches. Primary concern was
focused on achieving an improved electrode energy density relative to that of
the presently available commercial plates. Accordingly, the ideal structure
analysis was aimed at determining the effects of pore size, porosity, plate
thickness,and the general configuration of the substrate and the active mass on the
available energy density of the electrode. Such efforts were not intended to
take the place of experimental work,but rather to provide proper direction in
the electrode fabrication and evaluation tasks &nd in evaluating or correlating
the experimental results of this program.

DEVELOPMENT OF THE MATHEMATICAL MODEL

Essentially three different electrode configurations can be considered
from an "ideal" point of view:

1. Planar or foil electrodes upon which a thin layer of active miterial
is formed or deposited

2. Sintered electrodes in which active material is deposited within tl'e
pores of a rigid conductive substrate

3. Pasted or bonded structures in which the active material, the binder,
and the conductive particles are intimately blended and applied to a con-
ductive grid support or current collector

Before attempting an analysis of these structures,some of the more general
features of the nickel hydroxide electrode were considered.

An estimate of the ultimate energy density or volumetric capacity of the
active material was made on tl.e basis of the assumed electrode reaction

charge
Ni(OH)2 + OH- c NiOOH + H 2 0 + e- ()

oischarge

and the effective density of the hydroxide or active material, Pas as follows:
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(QW_ ampere-hnur_- inc-h8 ) =

26.8 ampera-hourij 1 equivalent ~ .i 1 d. 39 cr9 ()

equivalent 192. 7g Ni(OH) 5 J a cm 1 c(2

Bode (Ref. 7) has reported the density of Q-Ni(OH)2 to be 3. 85g/crrP. The,
densit. of freshly prepared Ni(OH), measured with a picnometer (using water
displacement) was found to be 3. 44 g/cm3 . The discrepancy between this and
Bode's value may be caused by possible hydration of the Ni(OH)a in the latter
evaluation.

The density of the oxidized active material has not been reported in the
literature; but, for this analysis it war assumed to be the same as that of the
discharged material. Using Bode's value of 3. 85 g/zrri3, Equation 2 gives a
maximum volumetric energy density value for the active material of 18. 2
ampere-hours/inch?. Since a portion of any electrode must be allocated to
"inert" substrate material and to voids or residual porosity for electrolyte
access, a direct reduction in Bode's value must be implemented for practical
electrode structures. Also, not all of the active material is electrochemically
available for the desired electrode reaction (Equation 1). Therefore, this
"utilization factor" reduces the electrode energy density to an even greater
extent. A useful expression for the energy density of the nickel hydroxide

electrode in terms of the above considerations is:

(Qv ampere-hours/inch) = TIQv (1 - V c -) (3)

where:

71 = Fraction of the active material electrochemically active in the electrode

Vc = Volume fraction of all of the "inert" material in the electrode (grid,
binder, conductor, etc. I

e = Residual porosity of the finished electrode

Qv = 18.2 ampere-hours/incha for this electrode as previously derived

Equation 3 is applicable to the three basic types of electrode configurations
and can be used to estimate the corresponding energy density of each structure.

ELEC TRODE CONFIGURATIONS

I Planar Electrodes

As discussed in Section 2 of this report, planar electrodes are the simplest

type of electrode structure and provide a convenient means for performing
x-ray, microscopic, crystalographic, voltarnetric, or chemical analyses
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of the active material. Methods for preparing such electrodes can be classified
according to the following five categories:

o Anodic oxidation of nickel metal
o Chemical attack of nickel metal

: Cathodic or chemical precipitation of nickelous hydroxide

o Mechanical "pasting" with various binders and additives

a Electrophoretic or electroplated deposits

Briggs, et al (Ref. 50) prepared electrode samples by the first two methods
in which uneven and nonadherent deposits of up to 1 ma hour/cmi' were
obtained. Henderson, et al (Ref. 55) found that when the nickel surface is
first coated with a hydrophobic layer, anodic oxidation occurs rapidly and
uniformly in KOH/ KC1 solutions, resulting in reversible electrochemical
capacities of up to 2. 5 ma hours/cm2 . Further oxidation of the substrate
resulted in nonadherent or electrochemically inactive additional deposit. If
it is assumed that Henderson's value of 2. 5 ma hours/cm2 corresponds to the
maximum effective loading of active material on foil substrates, that the
deposit is void free, and that it can be cycled at 100% utilization, the thickness
of this deposit would be about 2%. microns. If it is further assumed that both
sides of a foil substrate of thicimess ts are activated with these 2%1 deposits,
Equation 3 reduces to the following expression for such an electrode:

=v 18.2 1l - ts + 40•03937))4
t+40(0. 097

where ts is the substrate foil thickness expressed in "mils." Table 18 shows the
values of Qv for various foil thicknesses computed an the basis of this result.

Table 18

THEORETICAL ENERGY DENSITY OF PLANAR ELECTRODES
(20u Active Material Deposit -- Two Sides)

t
(amp-hrs/inr3 )

0.0 18.2
0. 5 13.8
1.0 I1.I
1. 5 9.28
2.0 8.00
2.5 7.00
3.0 6.25

3.5 5.65
4.0 5.10
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Thus, under the most optimistic conditions foils of less than about 2. 5-
mil thickness would be required to achieve the energy density goal. in addition,
over eight square feet of active area (four square feet of electrode) would be
required for a single 20-ampere-hour cell.

In an attempt to increase the surface area of smooth planar substrates in
order to enhance the volumetric capacity of the resulting secondary electrode,
Henderson developed a method (Ref. 56) whereby adherent deposits of nickel
sponge were electrolytically "sintered" to foil substrates by a nickel plating
solution containing suspended nickel powder. The resulting substrate was
found to be similar to conventional sintered nickel plaque. When this sub-
strate was anodically oxidized to form a nickel hydroxide surface, it had a
volumetric capacity comparable with but not exceeding that of commercial
plates k 5 ampere-hours/inch?).

Blaek, Pentecost, and Moore (Ref. 57) were able to deposit up to 0. 75
ampere-hour/feet" of active nickel on a three-mil metallized nonwoven
Dynel* fabric by means of a modified electroplating technique "which resulted
in electrodes with only about 2 ampere-hours/inch* volumetric capacity. These
electrodes were developed for use in flexible, thin-film, sealed nickel-cadmium
cells and were not necessarily designed for maximum volumetric energy
density. Nevertheless, it was decided that the high-energy density goal could
not be achieved by any reasonable variation of the above approaches.

Plaque Electrodes

It was concluded from the above analysib that Ni(OH)2 is nonconductive and
that only relatively thin, active material deposits adjacent to the electronically
conductive substrate would be "active" (the local active material utilization
would be expected to diminish with increasing distance from the substrate).
Ideally, the optimum electrode configuration for energy density would, there-
fure, be one which provides for a maximum volume of active material dispersed
on a large area of conductive support. Since all commercially prepared nickel
hydroxide electrodes begin with some form of porous nickel substrate, this is
consistent with the postulation made.

For this analysis, plaque-type substrates can be assumed to be inert, elec-
tronically conductive rmatrices with uniform cylindrical pores of . diameter D,
and a length L The length also corresponds to the thickness of the substrate.
The active mass can be assumed to occupy a portion of the void volume in the
form of a uniform, thin deposit on the walls of each pore such that the final, or
residual, porosity of the electrode, 0, corresponds to a void-pore diameter, d.
The degree to which the substrate is loaded with active material can then he
de!--d in terms of a pore utilization factor. E. as follows:

Volume of active material 64(4)(1)-dd) IdE Total pore volume /(/4)(D) -(5)

*Trademark
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Assuming that the active material loading, the substrate thickness, L, and
the porosity, es, of the substrate are held constant, the total active mass sur-
face area. A. in the Ah•,-'rm can he c•luated fol"', lettin,-

VT ,- Total electrode volume

N = Number of pores

Vp-- Total pore volume - NLrlf2/ 4

A - NLId

Therefore:
V
_p NLrD (6)sVt 4 VT()

Solving Equation 6 for N and Equation 5 for D2, then substituting the results
in the expression for A, gives

4VT j /(I - T) .

A A. ,. (7)
D

' This result shows that the surface area of the active material in contact
with either the electrolyte or the pore walls (provided the pores are not com-
pletely filled) is inversely proportional to the substrate pore diameter under
the assumed conditions. Therefore, considering planar electrodes, the use
of smaller-pore substrates appears to be advantageous, because a specified
electrode capacity could be achieved with proportionately thinner active materialIdeposits. All other things being equal. the thinner active materl layer should
lead to lower ohmic losses in the electrode. The higher surface area of activematerial afforded by smaller pores is also advantageous from the standpoint

of current density on the active material -- the lower the c-_urent density, the
"lower the overpotential of the electrode. In 2ddition, Milner and Thomas
(Ref. 1 ) have shown that the overall active material utilization increases with
decreasing active material thickness.

Still another agrument can be made in favor of smaller pores. In a
collection of small pores having the same total cross-sectional area as one
large pore, the concentration gradients in the radial direction are smaller,
leading to lower concentration polarization effects. Since the subst-rate pore

* { voilme (NLrTE?/4) and the electrode thickness have been held constant in the
above analysis. the crose-sectional area for ionic diffusion or migration from
the bulk electrolyte has not been changed. However. as the pore utilization is
increased for any given pore size (increased active mkss loadings) this cross-
sectional area is decreased (reduced residual porosity), thereby reducing
the rate capability of the electrode. Thus, a trade-off between the energy
density and the rate capability of the electrode occurs as the residual porosity
or active nmss lcading is varied.
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Equation 3 can be used to show the dependence of electrode energy
density on this residual porosity for the "idealized" plaque electrode. In this
case, Equation 3 reduces to:

QV = 18.2 n1( -8 ) (8)

Figure 23 shows the computed energy density as a function of residual porosity
for several initial plaque porosity values (current collector included), assuming
80% active mss utilization for such electrodes. This figure shows that in
order to achieve an energy density of 8 ampere-hours/inchs with an 80% porous
plaque (typical value of a standard sintered nickel battery plaque), the residual
poros'ty cannot exceed about 32%.

It should be remembered that the active material was assumed to be
"ideally" deposited in the plaque. In actual practice, some pores will be
plugged with the active material while fn other electrodes the active material
•tself may be quite porous. Both Af these nonideal conditions can be expected,I to result in pores operating at extremely low utilizations. For this reason,

the cathodic deposition process (Ref. 37) was selected as the most promising
method for loading the plaque-type structures for the fabrication task. A full
discussion of this choice over conventional chemical impregnation will be pre-
sented in Section 5 of this report.

In further attempts to determine the effects of residual porosity and other
structural properties on the rate capability and the active mass utilization of
plaque-type structures, the continuum or one dimensional electrode analysis
of Grens and Tobias (Ref. 58) was analyzed. This electrode model is relatively
simple in that variations in electrolyte composition and conductivity are con-
sidered only with respect to the depth of the pores (direction normal to the
plane of the electrode). In spite of this and several other simplifying assump-
tions, the solution to the system of resulting differential equations required
numerical techniques employing a digital computer to perform the complex,
finite-difference analysis. The assumption that the properties of the porous
electrode's solid phase are unaffected by the passage of current caused the
greatest concern about the applicability of the analyses' results to the Ni(OH),
electrode.

Nevertheless, the qualitative results obtained in applying the continuum
model to relatively simple eiectrode systems (cadmium oxide anodes and
ferri-ferrocyanlde cathodes) are consistent with the conclusions derived from
the initial model of the Ni(OH), electrode and the general behavior demonstrated
Ky ma•ry other porous electrode systems, The key clen-ients of these results
follow.

1. The local current density on the active mass is higher at the electrode/
electrolyte interface than it is in the deeper regions of the pores.

2. This gradient of "reactivity" with respect to pore depth increases with
current drain, pore tortuosity, electrode thickness, and reduced
porosity.
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3. At constant porosity, changes in pore size have no direct bearing on
te tranapcrt .ncr- e!L*a betwen tho free electrolyte and the porous
electrode. Pore size merely dictates the specific aurface (crrm of
reatant surface per cm8 of electrode volume) available for the active
mass. This affects the current distribution in the structure only as
a consequence of changes in the electrode overpotential (for constant
active mass loading).

Thus, the continuum model describes the expected Ni(OH). electrode behavior
and shows the qualitative effects of the major electrode parameters on this
behavior for steady- state or short-term discharges.

B was decided that an experimental program, rather than a continuation
of the above Involved mathematical analysis, would be a more efficient means
for determining the effects of plaque structure at practical performance, levels
and depths of discharge. This experimental program was aimed specifically
at de,,r•"•l'r.4-- the effects, of pore size and plate structure on the active mass
tq4tlzation and the corresponding electrode energy density at approximately the
C/5 discharge rate.

In the first test, four samples of identical, sintered-nickel battery plaque
were first compressed to varying degrees and then loaded by cathodically
precipitating active material to an extent proportional to the unfilled, com-
pressed @inter porosity, I. e., to the same pore utilization factors for each
electrode. These plates were then cycled at the C/ 5 rate based on their
respective weight gains. After the tenth cycle, capacities were determined,
the electrodes were chemically analyzed for active material content and level
nt cobalt additive, and the corresponding active materL.l utilizations were
computed. The pertinent results of these analyses are shown in Table 19.

Table 19

ACTIVE MATERIAL UTILIZATION
AS A FUNCTION OF PLAQUE COMPRESSION

Cobalt* Initial FiAal Weight Tenth-c)cle
F'-r.al iWi Act,-e We.ght We!r.. t Ni OH)H Active

Thicknecs Material of Sinter of Sinter +Co(OH) Mass(Inch) (V _ (1/drn-). _ktn (ai'd rns) Utilization •o

O. 0223 (standard) 12 6.8 6. 8 ' .84 9F
0. 0182 (compressed) 12 6.8 6. 8 5. 03 86
0. 013i (compressed) 11 6.8 6.9 2. 73 75
0. 0110 (comprebsed) 10 8.8 6. 9 2. 16

*All the solutions used fcr electrochenical precipitation contained
10 mole % cobalt. Becaise of limitations in the chemical analyses.
the differences in cobalt levels are not z-omaidered significant.
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I
These results show that the active mass utilization decreases with in-

creasing compression of the plaque prior to loading. The ideal structure
analysis predicted that, all other things being equal, smaller pores would lead
to higher utilizations. Since some uncontrolled effects, such as blockage of
the surface pores by compression of the sinter or by active material, might
account for this unexpected result, microsections of the four test electrodes
were prepared. Figure 24 shows the cross sections of the two more-highly
compressed structures of this test. The white areas in these photographs are
metallic nickel, and the black areas are the pores containing the Active material.
An examination of these cross sections shows that the surface of the plaque
material did tend to compress to a greater extent than the interior. The
resulting smaller pores at the surface could reduce electrolyte access to
the bulk of the active material, thereby producing the inverse relationship
between active mass utilization and average pore size.

Because of these inconclusive experiments, a second series of tests was
undertaken to establish the effect of substrate configuration on the active material
utilization. Nine different samples =1 vo-, porous nickel materials, ranging
from ultrafine pore plaque (3 to Va pores) to Foametal* material P> IOk( pores)
were loaded with active material to approximately the same pore utilizaticn
factor. The three materials with the largest pores were unsatisfactory because
of their inability to retain the active material. The resulting eiectrodes were
given twelve total-discharge cycles in flooded cells at approximately the C/5
rate. The porosity and pore size distribution of the unloaded plaque material
were determined by conventional mercury intrusion methods. The average
pore size of the Foametal samples was greater than 100 microns. so the intrusion
method was not suitable for these materials. As a result, a microscopic exam-
ination was used to estimate the average pore size of these samples. These
pore-size data are useful in ranking or classifying the various substrate materials.
The experimental data from the above tests are shown in Table 20.

Figure 25 shows the active material utilization and the corresponding energy
density as a function of the average pore size of the various substrate materials.
The spuriously high value for the active material utilization for the 50%-pore
size material occurred because most of the active material did no! adhere firmly
to the substrate and was lost. The firmly adherent material had a highutilf.ation.

These results suggest that a high interfacial contact area between the con-
ductor and the active material is irnportsnt in achieving high active nass uoiliz-
ation and electrode energy density. On this basis, it appears that the pore size
of conventional. sintered battery plaque is about at the optimum value and that
"....at."el.V 1•, , fnprovement Ln the NI(OH~a electrode can be expected P, re--
suit from further alterations in the physical propertiep of the plaque-type
structure. Efforts to achieve an improved plaque electrode should therefore
be aimed at developinq better active material loading techniques and nethods

*Reglstered U. S. Tradeniark of the General Electric Company
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for achieving full utilization of the benefits to be derived from the use of
additives.

Pasted Electrodes

Pasted, or polymer-bonded, structures offer an additional degree of
freedom in electrode design over plaque structures. That is, the active
mass-conductor interfacial area in these structures can be adjusted by
variations in the physical properties of the conductor alone, while all other
parameters (conductor-active mass ratio, residual porosity, volume of
conductor, etc. ) are held constant. Since each individual conductive particle
can be surrounded (ideally) with active material in the pasted structure, it
may be expected that for a given electrode volume the pasted structure
provides a greater interfacial area than possible with a plaque substrate. On
the other hand, the discontinuity of conductive particles in the pasted structure
can be expected to result in a lower overall electronic conductivity when com-
pared with the plaque-based electrode. Thus, the optimization of pasted
structures must first be concerned with the trade-off between electronic con-
ductivity on the one hand and active mass utilization on the other, while inter-
actions between the electrode and the electrolyte appear to play only a
secondary role.

Since little literature exists on pasted Ni(OH)2 electrodes and a greit
deal of "art" would probably be required in the fabrication of such electrodes,
it was decided that an experimental rather than an analytical approaqh would
best determine the feasibility of pasted structures. Equation 3 can be used
directly to predict the available energy density of pasted electrodes under ideal
conditions. Figure 26 shows the relationship between this energy density and
residual electrode porosity for various levels of conductor, assuming 8076
active mass utilization and 10 weight 76 of a binder having a density of 1 g/cmr.
Further discussion of the lasted nickel hydroyide electrode is presented in
Section 5 of this report.
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Section 5

PLATE FABRICATION

SINTERED STRUCTURES

Introduction

A survey of available literature revealed several procedures for activating
sintered structures with Ni(OH)2. The various methods fall into three basic
categories:

* Impregnation with solutions of nickel salts followed by conversion
of the salts to hydroxide

e Oxidation of metallic nickel to electrochemically active
Ni(OH)a

* Electrochemical precipitation of Ni(OH). from nickel
salt solution

There is some overlapping between the first two categories.

Impregnation Methods

The commercial impregnation process most commonly used for pre-
paring nickel hydroxide electrodes is described by Miler and Thomas in
Reference 1. As described in Reference 1, the process involves the vacuum
impregnation of the plaque with concentrated nickel nitrate solution. A
slight excess of nitric acid is added, and subsequent precipitation of the
hydroxide is accomplished by imersion in a hot alkali solution. Five to
seven such vacuum impregnation cycles are usually required to load the
desired amount of active material in the plates.

A significant portion of the resulting electrode capacity is derived from
the corrosion of the 3intered nickel structure during this vacuum impregnation
process. Plates can be designed to aave specific capacities from 5. 5 to 7
ampere hours/inch'. This depends on the type of plate and the number of
impregnation cycles the plate is subjected to.

Belove et al (Ref. 59) report specific capacities of impregnation-activated
Ni(OH)2 electrodes of up to 8.6 ampere-hours/inch'. However, this was ob-
tained after ten 100% depth-of-discharge cycles in exces3 electrolyte and was
based on the initial electrode thickness. Initial specific capacity was less than
5.0 ampere-hours/inch.3. Popat et al (Ref. 60) report first-cycle specific ca-
pacities as high as II ampere-hours/inch3 for impregnated electrodes. As
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much as 55% of the sinter was corroded during activation. It was stated that
plates thicker than 0. 035 inch warped during formation and cracked under
restraint. Behavior of this type of heavily loaded plate during cycling had not
yet been established. Rampel (Ref. 61) patented a method for impregnating
porumu plaques with nickel sa8t, dissolved in low surface-tension organic
solvents. In one example cited, active material weight gain in four impregnation
cycles was 1. 8 g/crn' of pore volume.

A variation on the impregnation orocess is the addition of a step in which
the nickel nitrate is thermally decomposed to some degree before being converted
to Ni(OH), in caustic. Bourgault et a! in Reference 62 claim that heat-
impregnated plaque from 1800 to 2200C improves the electrochemical utilization
of the active material. Part of the active material in their electrodes was de-
rived from corrosion of the sinter. Plates given a single impregnation-thermal
decomposition cycle have Up to 4.3 ampere-hours/inch3 in capacity at a C/20
discharge rate. Plates given two cycles have shown capacities up to 7. 5 ampere-hours/inchO at a I ma/cml discharge rate. The doubly- impregnated plates had

a relatively short life and disintegrated on cycling.

Menard (Ref. 63) patented a claimed improvement on the method of
Bourgault et al. Menard claimed up to 8 ampere-hours/inch8 specific capacity.
Part of the electrode capacity was derived from corrosion of the sinter.

Oxidation or Corrosion Methods

Several methods have been reported for activating or increasing the
capacities of Ni(OH), electrodes by deliberate corrosinn nf the nicke,,l si--nter.
Both chemical and electrochemical methods have been used. Ackermann et al
(Aefs. 64 and 65) have patented methods for corroding sintered nickel by wetting
the plaque with a solution of corrosive salts and exposing it to moist air or to
steam. The nickel salts produced by the corrosion were then converted to
Ni(OH)a by immersing the t'#. ctrode in hot caustic solution. A specific capac-
ity of 4.5 ampere-hours/inchs is reported. If the electrode prepared as de-
scribed above is then given an impregnation cycle, the specific capacity is
increased to 7.4 ampere-hours/inch8 .

Henderson et al (Ref. 55) studied the production of Ni(OH), on nickel foils
by anodization in KOH!KCI solutions. They found that coating the nickel with
a hydlrophoblc layer promoted production of nickel hydroxide. Cleaned nickel
"surfaces tended to evolve oxygen without being attacked. Schneider (Refs. 66
and 67) developed a method of anodically corroding sintered nickel in a sodium
bicarbonate solution. He produced 1-mm thick electrodes with a maximum
specific capacity of 4.9 ampere-hours/inch8 and 3-mm thick plaque with a max-imum specific capacity of 3.0 ampere-hours/inch'. Okinaka and Turner (Ref.68) patented a method of increasing the capacities of previously activated

NO(OH), electrodes by cycling them in 6. 9N KOCO . The presence of the
carbonate ions promoted the anodic corrosion of tAe metallic nickel. They
claim a specific capacity of 5.8 ampere-hours/Inchs.
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Electrochemical Precipitation Methods

Electrochemical precipitation methods fnr for.' nil~g active material in

the pores of porous structures fall into two categories -- anodic and cathodic.

Kober (Ref. 69 ) reported on a method uf depositing nickel hydroxide by

anodizing porous sintered nickel plaque in t 28% ammonium hydroxide solution

containing nickel formate. The mechanism is not known, but the nickel ions

from the solution are deposited as hydroxide in the pore structure of the plaque.

Plates with specific capacities from 5.8 to 8.2 ampere-hours/inch& have been

produced, using a 12-hour deposition time. Briggs et al (Ref. 7Q reported on

the preparation of foil electrodes by anodic deposition from a bath containing
nickel and sodium acetates acidified to a pH of 4. 8. The mechanism for this
process is not clearly understood.

Kandler (ReL 39) and others (Refs. 37 and 38) have worked on a cath-
odic electrocnemical process for depositing nickel hydroxide from nickel

nitrate solutions without additives. The mechanism is fairly well estab-
lished. The nitrate ions are electrohemicaily reduced to ammonium hydrox-
ide at the test electrode acco-ding to the following formula:

N +10H +8e= 2NH4 + 3 HO.

The consumption of hydrogen ions raises the pH locally to a sufficiently high
value to cause the nickel ions to precipitate as nickel hydroxide. The process
is then a balance between the rate of consumption of hydrogen ions (or the
generation of hyexoxyl ions), the rate uf diffusion of nickel ions i: 'o the porous

lectrode structure, and the rate of diffusion of hydrogen ions from the bulk
solution into the electrode (or the rate of diffusion of hydroxyl ions out of the
electrode structure). With proper selection of solution concentration, temper-
ature, and current density, the precipitation of nickel hydroxide into the porous
plaque structure can be made to begin at the center of the plaque structure and
proceed outward as the inner pores become filled. The proper conditions will
vary with plaque porosity, thickness, and pore geometry.

4 McHenry (Ref. 38) made a series of electrodes using solutions of 0. 2M.
1. OM and 4. OM nickel nitrate, current densities of 45, 220, and 1110 ma/inch8 /
side, and temperatures of 25, 50. and 75 C. At each solution concentration
and temperature, he found a best current density. There appeared to be no
significant advantage in using either high temperature or low solution con-
centration. He chose, for convenience and speed of preparation, the conditions
of 250C, 4.0 molar solution, and 1110 ma/inch'/side current density. Hiusler
(Ref 37) and McHenry (Ref. 38) have produced electrodes by this method giving
2.4 Lo 5.1 ampere-hours/inchý in flooded electrolyte.

The electrochemical precipitation process was chosen as the mostpromis-
ing activation method from the standpoint of the goals of this study. Porous
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plaque structures can be activated without corrosion, and some additives can
be co-precipitated with the nickel hydroxide and uniformly distributed through-
out the active material. It was felt that it would be difficult to produce elec-
trodes with reproducible capacities us n_ activation techniques that depend at
least in part on corrosion of the sintered nickel for the active material.

Development oi Electrode Activation Method

Several preliminary test electrodes were prepared by the above pro-
cess, using various nickel nitrate solution concentrations and current densities.
Cobalt nitrate was included in all of the solutions in t'he ratio nickel-to-
cobalt of 9 to 1. The electrochemical precipitations were done in Lucite*
plastic ceIs zonst-"icted so aa to minimize current density variations across
the faces of the test electrodes. O,,c est lectrode was mounted vertically
between two sheet nickel counter electrodes spaced 3016 of an inch from it.
The sides and bottoms cf the electrodes touched the sides and bottom of the
cell. The cefls were filled with iust sufficient solution to cover the top of
the test electrode. The test electrode had 1. 75 inches by 3. 0 inches of active
area with a tab connected to one short edge. The plaque material consisted
of carbonyl nickel powder sintered to a nickel mesh or screen. The porosity
of the sinter was about 85% and of the unimpregnated electrode, including the
mesh, about 800/.

After the electrochemical precipitation was complete, the test electrode
was immersed in hot (60 to 700) 31% KOH for about one hour then washed
and dried. Capacity of the electode was determined by charging and dis-
charging it twice in 31% KOH in a flooded cell. The electrodes were discharged
at a convenient current between the C and C/5 rate. The second-,cycle dis-
charge capacity and the initial plaque thickness were used to calculate specific
capacity. Table 21 summarizes the r'sults of the first series op electrodes
made.

These results and those of McHenry (Ref. 38) show that a given solution
concentration there is an optimum current f-,r electrochemical precipitation.
For instance, for a 0. 1-molar solution. 9.6 ma/cm8 was too high a current.
The precipitated material formed on the surface of the electrode and flaked
off. For a 2.5-molar solution, 4.8 ma/cm2 was too low a current. The
diffusion of hydrogen ions from the bulk solution was sufficiently high to pre-
vent the pH increase necessary to precipitate the nickel hydroxide. Because
the optimum current increases with increasing concentration and the amount
of material deposited in the plaque does not appear to depend on solution con-
centration, a 4. 0-molar solution was chosen for subsequent experiments.
Higher concentrations of the solution would have been more nearly saturated
and not as easily prepared. The use of high concentrations and high currents
is advantageous from a processing standpoint -- less time is required for
electrode preparation.

*Trademark
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Table 21

ELECTRODES IMPREGNATED BY ELECTROCHEMICAL PRECIPITATION

Eontntrat ion of Electrode Current Charge Weight Spc ific

N i ( I0 Co) (fO), Thickness Density lnwt P~cku- Ca-,city
-( moles/& (Milo (m s/eroslside) (aMe-t ln ) (g .l! -) (amp-hrs/ , in. *

0. 1 22 P. 6 102 small small

0.3 22 9.6 140 18.5 3.7

0.3 22 4.8 120 16.1 4.5

2.5 22 4.8 120 small small

4.0 30 150 183 20.4 4.9

4.0 22 * 170 20.8 6.0

4.0 30 * 170 19.0 5.3

• 15 ma/rcm for 20 minutes plus 75 ma/cm2 for 10 minutes plus 150 ma/cm2 for 10 minutes.

"ý Based on initial thickness and second cycle discharge capacity.

A second series of electrodes was made to determine the optimum cur-
rent and precipitation time for a 4. 0-molar nickel (10% cobalt) nitrate solu-
tion. The plaques used were 1. 75 inches by 3. 0 inches by 0. 0255 inch and
81% porous.

The following method was selected as being suitable for electrode pre-
paration:

1. Add 4. 0-molasr mixed nickel and cobalt nitrates to the test cell
containing the tent electrode and the two sheet nickel counter elec-
tr odes. The counter electrodes are spaced 5/16 of an inch from the
test electrode.

2. Connect the power supply within two minutes after filling the cell
in order to minimize plaque. corrosion. Connect the negative of the
power supply to the test electrode.

3. Within two minutes after disconnecting the power supply, remove
the electrode from the solution and immerse it in hot 31 % KOH.
at 55 to 656C, for one hour.

4. Rinse thoroughly with distilled water and scrub the active material
from the surface of the electrode with a nylon bristle brush.

5. Dry in the air for one hour at 656C. This step could be eliminated
between precipitationa if intermediate weight gains were not needed.
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Table 22 shows the weight gains for one precipitation cycle at various currents
and charge inputs.

Table 22I EFFECT OF C_.m.RE.!Tr AND CH(ARUGE IJPUT
ON ACTIVE MATERIAL PICKUP

Charge Input
Ampere- minutes) (120 Ampere-minutes)

Amperes (g/inch3 ) . ichs)_

2* 12.3 18.0

6 13.8 17.4

10 14.7 17.0

2 + 4** 12.5 18.6

2+ 1"* 13.2 18.2

*Equivalent to 190 ma/inchl/ side
**One-half of charge input at each current ,

For the 60-ampere-minutes charge input, the efficiency of precipitationincreased with increasing current. but the opposite was true for the 120 am-

pere-minutes charge input. inspection of the electrodes showed that at the
higher currents the precipitated material tended to build up on the electrode
surface rather than in the pores. At the higher charge input, the electrodes

warped, and a large excess of material formed on the surface. This excess
was later scrubbed off.

At the lower current densities, small lumps of active material about
I mm in diameter formed on the surface of the test electrode. At all current
densities at the higher charge inputs, the surface (where not speckled) was
coated with a film of dark green deposit. When scraped loose, this deposit
had the consistency of paste.

Because the amount of active material precipitated into the plaque struc-
ture was considerably less than theoretically expected, electrodes were pre-
pared which were given three precipitation cycles. On the basis of the above
tests, the method chosen for the first cycle was 2 amperes for 50 ampere-
minutes plus 4 amperes for 50 ampere-minutes. The charge input was re-
duced from 120 to 100 ampere-minutes to reduce both the warping of the elec-
trodes and the deposition of excess surface material. The precipitation
cycles were carried out as outl•ned previously. Table 23 shows the currents,
the charge inputs, and the weights gained for each of the cycles.
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Table 23

ACTIVE MATERIAL LOADING OF 5.25-INCH2 ELECTRODES

S.elml Pr.•'Um 1iurd Proc.a

rlecirode First Prwc*.' 6 curr.01 1 1 CO G ane Curr. low Gan Gam

-X*. -(?/No) - (--P) fany!)!i (Isla.1 ______- W'ait owm 101 -_ L.

49 16. Joe as 0.2 21. 0.1 21 3.4 26.6

7.0 2 NI 7.2 24.2 6.25 l 7 Z16..4

SI 17.3 0.5 44 7.0 21.2 0.5 62 :0 09.2

52 17.7 3 45 4.t 23.8 6.25 20 ,.i

% U jvaýL a.ns .re b..ged o mifitatl plueur thachmsi

The results of the second cycle weight determinatios show that the cer-
responding optimum current is 0. 5 to I ampere less than the optimum current
for the first precipitation cycle. The reason for this is that the porosity and
the pore size have been reduced and less current is i equired to maintain the
proper rise in pH within the electrode structure. The charge inputs for the
second cycle were all greater than necessary, the excervs charge produced
surface material which was brushed off during washing. The data from the
third precipitation cycle are more ambiguous because of the differences in
the previous weight gains and because one of the charge inputs. 11 ampere-
minutes at 0. 25 ampere, was too low. AU of the other charge inputs pro-
duced considerable excess surface mat4'rial.

The four electrodes described above were tested for capacity by cycling
them in 31% KOH in flooded cells. Each positive electrode was placed between
two commercial cadmium anodes, using one layer of Pellon 2505 ML4 nonwoven
nylon as the separator. Each electrode pack was held under light compressioa!
between Lucite plastic plates in order to prevent flexing and bending oi the
electrodes. The test cells were given 24 100% depth-of-discharge cycles &t
200 ma (at approximately the C/4 to C/5 rate). The charge period was 6 bours
at 200 ma, abcut 20% excess.

Because of malfunctionA in the cyclers and some of the recorders, the
capacity change during cycling could not be determined exactly, but it averaged
about a 20w. increase during 24 cycles. The malfunctions also resulted in
Electroce 52 being cycled 1A times. The capadty increase can be ascribed
to two swxrces: improvement in utilization of the active material; and co-rosion
of the substrate. What traction to assign to each mode is uncertain. If aUl of the
increase were caused by corrocion, 13% of the sinter would be corroded, corres-
ponding to a weight gain (assuming Ni(OH), as the product) of 190 mg. The
largest measured weight gain was 60 mg. Subsequent chemical analysit of the

*Trademark
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cycled electrodes indicated an average of 4% corrosion of the sinter. This
corresponds to an average increase in capacity of ahout 0. 05 ampere-hour,
or about 6% of the initial capacity.

Table 24

CYCLING TESSTS OF 5. 25-1NCHe ELECTRODES

Dw. rease
Initl in Thickness Final Fina.' Specific

Electrode Electrode " D.uinrg Cycling Capacity Capa.,y (1
No. Thickness (amp-hre) (aM-hr/ . s)

49. 23.91(2 28 0.99 6.3

50 22.06( 26 1.02 6.7
51 25.9 20 1.01 6.3

520 25.-2 14 0.97 6.4

•" 1), T ed on electrode %olume after cycling

2) Compressed dry under 19,000 psi after activation

3) Rolled dry aftei activation. Elongated by 3% during rGlling

4) Given i4. cycles. Other electrodes given-24 cycles

Table 24 lists the results of the cycling tests and the measurements of
electrode thickness after cycling. The incres3e in thickness of the electrrO&

-wring cyclirn indic•tes that the active material density varies with the state-
"of-chargeýand exerts considerable pressure on the sintered structure. Assum-
ing. a density of 3. 85 g/cml for Ni(OH, (Ref. 7). Electrode 52 was about 34%
porous after activation, corresponding to about 58% filling of the pore volume.
Swelling of the cycled plates resulted in a considerable reduction in specific
capacity. it is interesting to note that, although specific capacities based on
inital electrode thicknesses and Last-cycle capacities ranged from 7.3 to 8.4
ampere- hours/ inc, * the specific capacities based on final ttickness raWged
from 6.3 to 6. 7 ampere-hours/ zDchs.

Samples were cut from Electrodes 49 to 52 for chemical analysis and
for microsectloring. U"ing a method -ex-eloped by Kroger (Ref. 71). sam- i

ples were leoched to remove the oxidized nickel and cobalt without dissolving
tke metallic nickel sinter. Analysis was then made for Ni4". Co++. and nickel
(metal) per unit volume of electrode. Table 25 summarizes the results of the
analyses. Utlibnation of the active material (ampere-bour /g) was calculated.
assuming that the cobalt contributes to the electro- capacity.

The microsectioua of Electrodes 49 to 52 were exaam'ned. and no signifi-
cant differences in appearance between the electrodes could be seen. Photo-
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micrographs were taken of a cross section of Electrode 50 at magnifications
of 100X, ,.'OX, and 500Y and are shown in Figures 27, !8, ane 29. The white
areas are metallic nickel, the black areas are active materialand the gray
areas are epoxy. It appears that a significant part of the void volume consisted
of areas no" filled because of gas pockets trapped during the electrochemical
precipitation process.

Table 25

CHEMICAl. ANALYSIS OF CYCLED ELECTRODES

Corrosion
:!*.ctrode Nqi" + Co++ Mole %Co++ in MOle * K* in UtMiliatito' of Ni Sinter

No. (moles/!Ln, Active Material Active MaterWJj M (5) ___

4 0.230 II L4 162 2

30 0.225 9 L.6 III I

5,1 0.221 6 L 7 105 3

02 o 236 9 L 0 101 4

- r.xcluulng ,cre, n c:rrert collector

Based on last cycle capacity and on moles Ni + Co "in.

Sealed Cell Testing.

In order to test sintered electrodes of the size used in 20-ampere-hour
sealed cells, electrodes 2.75 inches by 5.4 mches were fabricated, cycling
apparatus was assembled and sealed test cells were designed and built. Four
electrodes were activated using the electrochemical precipitation method de-
scribed, each with a different nickel hydroxide-to- cobalt hydroxide ratio.
These four electrodes and two commercially sintered nickel positive plates
were cycled 100 times to about 70% depth of discharge at approximately the
C/4 rate. Pull discharge cycles were taken at three points to determine
capacity maintenance. Another set of partial charge and discharge cycles
were taken to measure electrode charge acceptance efficiency.

Electrode Fabrication. U3ing the electrochemical precipitation method dis-
cussed on page 80, fo1r 2.75-inch by 5. 4-inch electrodes were prepared. using
4.0-molar solutions contzdning nickel nitrate and 0-, 5-. 10-. and 15-mole %cobalt
nitrate. The currents and precipitatiou times used were 170 ma/incc /aide
for 70 minutes, 95 mrn/inchs/side for 60 minutes, and 48 ma/inchs/side fOm-
70 minutes for the first, second, and third precipitation c)cles, respectively.
To insure miximum pore filling. sufficient times were used to produce excess
material on the surface of the test electrodes, an excess that was later re-
moved. The plaque used was 26.3 mils thick, weigbed 755 mg/inch*, and
contained a 20 by 20 meah. 7-nil wire screen as a current coUector. The
plaque was initislly abotit 82% porous, including the current collector.
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Figure 27. Cross Sectior' of Electrode 50 (Magnified IOOX)
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Figure 28. Cross Section of Electrode 50 (Magnified 250X)
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Figur7e 29. Cross Section of Electrode 50 (Magnified 50OX)
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Table 26 summarizes the results of the activation by electrochemical
precipitation. The weight gains are slightly less than those obtained for the
smaller electrodes. After the third precipitation cycl.•, the electrodes were

compressed by rolling them between chrome-p'ated rollers and then formed
in excess 31%6 KOH by charging them completely, overcharging for about 15
minutes at 3 amperes, discharging completely, and ovedischarging for about
one hour at 200 rrma. After being washed and dried, the electrodes were ready
for assembly into the test cells.

Table 26

PREPARATION OF 2.75-INCH BY b. 4-INCH ELECTRODES
BY ELECTROCHEMICAL PRECIPITATION

First Second Third Total Total Weight
Mole Coblt Precipitation Precipitatio, Precipitat Weight Gain

Electrode T M GoletCoa Wegt ain(2 Weiht Gain Weight Gain Gain per Eleetrodet T.

59 26.3 10 16.7 8.1 3.6 26.4 10.05 24.6

60 26.4 0 1ý.6 6.6 3.1 26.7 10,31 25.3

61 26.3 5 15.8 7.7 3.8 27.3 10.44 25.0

62 26.3 15 16.0 8.3 3.8 68. 1 10.63 25.0

Ii Unactivated plaque thickness

2) 5 amperes for 70 minues. Weight gains bases on T,

3) 2. 8 amper~s for 60 minutes

4) 1. 4 amperes for 70 minutes

5) Afte- actuation compression and tiectrochernlcal formation

After the testing in sealed cells was complete, the electrodes were
chemically analyzed to determine the amounts of nickel ions, cobalt ions,
potassium ions, and metallic nickel. The results of these analyses are
shown in Table 27. The analyses of metallic nickel ýgreed within + 1. 3%
with the original sinter weight, indicating little, if any, corrosion of the
sinter during activation and testing. Comparison between the weight gained
during activation and the amount of active material, determined by chemical
analysis, agreed within ± 1%, except for Electrode 62. The discrepancy
with this electrode was 27%. Because the other results •r active material
and all of the results for metallic nickel agreed so closely, it is assumed
that a weighing or calculation error was responsible for the discrepancy.
The weight gained during activation was used for utilization calculaticGs for
Electrode 62.

Cycling Apparatus. The apparatus used for testing electrode performance
during cycling was designed to be adaptable to a wide range of test conditions.
From one to ten cells could be cycled in series. By proper choice of the timer
motor and gear assembly, the cycle length could be varied from a few becords
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Table 27

CHEMICAL ANALYSES OF 2.75-INCH BY 5.4-INCH ELECTRODES

Mole Cot aIt Mole A* Final Final

in Active in Active Theoretical Electrode Increase in Electrode

Electrode Material Materlal* Capacity Thickness Thickness*** Volume

59 8.0 1.7 2.91 30.4 23 0.448

so o. 03 0."7 2. 98 31 1 23 0. 458

61 2.3 1.3 3.02 29.8 19 0.439

62 12.9 2.0 2.31 30.0 20 0.446

3BS-1 3.0 1.0 3.60 32.1 17 0.472

BBS-2 3.5 1.0 3.48 31.6 15 0.464

*In the fully discharged state

**Assuming 0. 289 amaere-hour/g of Ni(OH),

***Based an thicknesses after formation and after testing

to seve al days. The ratio of the charge period to the discharge period
could b•i varied from 0 to I to 1 to 0. The charge and discharge currents
could be made equal by the use of one power supply, or they could be made
two values by the use of two power supplies. Charge and discharge currents
up to a'-out 10 amperes could be used. Voltage-versus-time curves were
recorded for each cell on a Rustrak recorder. The use of one-megohm im-
pedance amplifiers allowed the recording of either cell voltage or the voltage
between a reference and one of the other electrodes. Controllers were in-
cluded in the circuit so that each cell could individually be put on open cir-
cuit and by-passed if the voltage being recorded reached either an upper or
a lower preset level. Figure 30 is a photograph of the cycling apparatus and
six test cells.

Sealed Test Cells. The test cells were constructed of three pieces of Lucite

plastc,solvent-bonded during final assembly. One outer piece was a block
4.3 inches by 8 inches by I inch. A small well was bored from the inside sur-
face partway through the block and contained a Hg/HgO reference electrode.
The reference was positioned at the center of one 2. 75-inch by 5.4-inch face
of the electrode pack. A pressure gage was threaded into the top 1 -inch by
4.3-inch edge of the block. A sm-all hole from the inside surface of the
block to the pressure gage hole aerved to admit gas pressure to the gage and
also served as an electrolyte filler hole.
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The other outer piece of a Lucite plastic block 4.3 inches by 8 inchcs by
1/2 inch in size. The cell terminals consisted of No. 6-32 stainless-steel
screws bolted into the Hlock with the head on the inside. A nylon washer com-
pressed under the head of each screw sealed against leakage. The electrode
tabs were welded to the heads of the screws. The third Lucite plastic piece

was a fra' ,e 3 /16-inch thick with 4. 3-inch by 8-inch outside dimensions

and 2.9-1rych by 6.5-inch inside dimensions. This piece was sandwiched be-
tween the cwo outer blocks. Because the electrode packs were generally
thinner than 3/16 of an inch, Lucite plastic and fluorocarbon shims were used

to fill the excess space.

The electrode pack consisted of one positive test electrode, two commercial
cadmium negative electrodes, and four layers of separator. The separator was
37 mg/inch2, Pellon, nonwoven nylon. One layer of the nylon was placed be-
tween the positive electrodes and each of the negative electrodes, and one layer
was placed on the outside of the pack. The negative plates had been decarbonated
by charging and discharging them in excess 31% KOH, after which they were
washed and dried, The separator material had been washed thoroughly in dis-
tilled water and was dried before use. The assembled electrode pack was com-
pressed in the cell so that the separator thickness was about 9 mils per layer.

The two commercial positive electrodes, labeled BBS-1 and BBS-2 in sub-
sequent tables, were of the sintered-nickel type used in aircraft batteries. They
measured 2. 75 inches by 5.34 inches and were coined 0. 1 inch along the top and
sides. The current collector was nickel-plated, perforated steel. The initial
thickness was 27. 5 mils. Their nominai capacity in flooded electrolyte was
stated to be 3.4 ampere-hours/din' or 7.9 ampere-hours/inch3 at the C/2 rate.

After the cells were assembled,the electrolyte was added, 11. 4 rnl of 31%
KOH per cell. The pressure gages were firmly threaded into the cells using
Teflon* pipe tape on the threads. The cells were then clamped between 3/8-ivnri
thick aluminum plates to help prevent bulging and rupturing of the cells. On
one occasion, the internal pressure of one cell exceeded 50 psig, with no leakage.
Figure 31 is a photograph of three assembled cells.

Tests of Capacity Maintenance During Cyr-ling. The test cells with the electrodes

described in the two previous subsections were given 102 cycles according to the
following regime:

1. Cycles I and 2. Charged for 6. 2 hours at 600 ma and discharged at
600 ma to zero v between the positive and the Hg/HgO reference
electrode

2. Cycles 3 'o 49. Charged for 3. 1 hours at 600 nr.a and discharged for

2. 9 hours. Any cell whose positive-to-reference voltage dropped to

*Trademark
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Figure 31. Sealed Test Cells
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zero during discharge was returned to open circuit until the start of
the next charge

3. Cycles 50 and 51. The same as Cycles I and 2

4. Cycles 52 to 99. The same as Cycles 3 to 49

5. Cycles 100 to 102. The same as Cycles I and 2

The discharge capacities of the six test electrodes for Cycles 1, 2, 50,
51, 100, 101, and 102 and the final specific capacities are shown in Table 28.
The reason for the jump in capacities from Cycies 50 to 51 and Cycles 100
to 101 was that, during the previous 70% depth-of-discharge cycles, the
approximate 7% overcharge was insufficient to overcome the inefficient charge
acceptance of some of the electrodes and keep them fully charged. Also, a
cycler malfunction caused Cell 59 to discharge completely at Cycle 48. The

complete discharges of Cycles 50 and 100 and substantial overcharges during
Cycles 51 and 101 essentially returned the electrodes to the fAlly charged state.

Table 28

DISCHARGE CAPACITIES IN AMPERE-HOURS
OF 2.75-INCH BY 5.4-INCH ELECTRODES

Specific
Capacity

Electrode Cycle Number Cycle 102

No. 1 2 50 51 100 101 102 (amp-hrs/in.,)

59 2.31 2.30 1.94 2.34 2.06 2. 32 2.30 5.12

0 2.46 2.39 1.85 2. 29 1.79 2.19 2. 19 4.77

61 2.42 2.34 2.00 2.27 1.72 2.33 2. 25 5.12

62 2.56 2.58 2. 42 2.45 2. 31 2.41 2.40 5.38

BBS-1 2.79 2.95 2.25 2.56 1.73 2.45 2. 46 5.21

BBS - 2.80 2.64 2.13 2.58 1.93 2.50 2.51 5.40
it

Based on final electrode volume. See Table 27

It is tempting to base specific capacities on the thicknesses of the electrodes
as -hey were asspmbled into the cells. On this basis, the specific capacities
based on the Cycle 102 capacity would range !rom 5.9 to 6. 5 ampere-hours/inch3
for the electrochemically impregnated electrodes and 6.1 to 6. 2 ampere-hours!
inch3 for the commercial electrodes.

Figure 32 shows the percent of the first-cycle capacity delivered during
Cycles 2, 51, and 102. Electrode 59, with 8% cobalt, maintained its first cycie
capacity within 2%,. Electrodes 61 and 62. with 2.3 and 12.9% cobalt, respec-
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tively, showed a 6 to 7% capacity loss at Cycle 102. Although the number of

electrodes tested were too few to draw hard conclusions, there appears to be

an optimum cobalt loading of about 8% for capacity maintenance. Electrode 60,

with about 0.33% cobalt, and the two BBS electrodes showed 10 to 12% capacity

loss at Cycle 102.

The active material utilization for each electrode for Cycles 51 to 102 is

shown in Figure 33. The utilization is calculated using the discharge capacity

C and the amount of active material, M, according to:

% Utilization = (C x 92. 7 x 100)/ (M x 26. 8)

The optimum cobalt level appears to be in the range of 8%. Figures 32 and 33

both show that the BBS electrodes displayed lower capacity maintenance and

active material utilization t han would be expected on the basis of the levels of

cobalt in the active material.

Figure 35 shows charge and discharge voltages at the C/5 rate as a func-

tion of cobalt level. The charge voltages were taken at the midpoint of the

charge in the sealed test cells and the discharge voltages were taken at the

midpoint of the discharge in the flooded test cells. For the electrochemically-

activated electrodes, both the charge and discharge voltages decreased witn

increasing cobalt level. However, the BBS electrodes have higher discharge
voltages and lower charge voltages than the electroc hem ic ally -activated elec-

trodes with the same cobalt loading.

Tests of Electrode Charging Efficiencies. After completion of the capacity
maintenance tests, an additional series of partial charge and discharge cycles

were run tc determiiine the charge acceptance efficiency of the electrodes.

Ni(OH)a electrodes evolve oxygen during charge, and the fraction of the charg-
ing current producing oxygen increases as the electrode approaches the fully

charged state. Because of the tendency to evolve oxygen, the fraction, dis-

charge capacity/charge inputis usually less than one.

The electrodes were tested by charging at 500 ma for a given time then

discharging to a cell voltage of 0. 9 v. At least two cycles were obtained at

each charge input to minimize the effects of previous histcry. The percentage
efficiency, ( 100 x discharge capacity)/(charge input), was determined "-,r the
last cycle at each charge input. The results are shown in Fig-.ure 35. 1"he
abscissa is the percent of the Cycle 102 capacity (refer to Table 28) delivered

for a given charge input. Small variations in the power supply output account

for the 101 and 100. 5% efficiencies. The order of determination of the points

is shown by the numbers in parentheses in Figure 35.

Electrodes 59 and 62, with 8 and 12.9% cobalt in the active material, show

significantly beiter charge acceptance efficiency than the others. The BIBS

electrodes appear to be less efficient at high states of charge than the electro-
chemically activated electrodes with 0. 03' and 2. 3 cobalt.
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Summary

It has been shown that Ni(OH) , electrodes with about the same specific
capacities as commercial aircraft b%..tery positives can be produced by an
electrochemical precipitation technique. Electrodes with about 8 mole %
Co(OH), in the active material shows._ better capacity maintenance and
higher charge acceptance efficiency than the commercial positive plates tested.

The electrochemical precipi~ation procoss presents two distinct advantages
over the standard impregnation process. The first is reduction of processing
time. Three electrochemical precipitation cycles are sufficient to produce
active material loadings comparable to those attained in five to eight impreg-
nation cycles. An electrochemical precipitation cycle rcquires about one
hour for the precipitation, a one-hour soak in, caustic, and about one hour for
washing. If intermediate weight determinations are required, a one-hour
drying step would be Included. An impregnation cycle requires about the same
length of time. The final Jrying step cannot be dispensed with. The second
advantage is that the distribution of additives in the active material is more
uniform than in impregnated plates. The active material derived from corrosion
in impregnated plates has, If any, very small amounts of the additives in-
cluded in the impregnation solution.

The 5. 1 to 5. 4 ampere-hour/inch3 specific capacity obtained for the elec-
trodes tested in sealed cels is well below the contract goal of 8. C ampere-hours/
inchs. Some of the results of the tests indicate that the maximum capacity
attainable for sealed cells may not be much higher than this. One such result
is the swelling of cycled plates indicating that the active material has a much
lower density in the charged state and can exert considerable force on the sinter
structure of heavily loaded plates. The density of the charged active material,
at present unknown, will determine the maximum attainable specific capacity.
Another result is That there is considerably less utilization of the active ma-
terial in the limited elestrolyte of sedled cells than there is in flooded cells.
Figure 33 shows that active material utilization in sealed cells in 80% at best,
and Table 25 shows active material utilizations of about 100% in flooded cells.
If the flooded-cell specific capacities shown in Table 24 are reduced by 80%,
values from 5 to 5.4 ampere-hours/inch3, are obtained. These are the same
range of values as shown for sealed cells in Table 28.

There is the possibility of improvement of the specific capacities of
electrodes activa.ed by electrochemical precipitation. Further refinement of
current dencitiej used for precipitation (including experimentation with pulsed
currents), the application of vacuum to remove gas trapped in the pores, or
the use of surfactants to improve wetting of the plaque structure might improve
the distribution and degree of filling of the plaqu,' pore structure.

With rcspect to the other goals of a 98% charge and of uniform capacity
of ± 1% for 200 cycles at 50% depth of discharge, the following have been
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demonstrated: charge efficiency of better thL -a 98 to 95% state-of-charge and
better than 96 to 100% state-of-charge; and capacity maintenance of 1 1% for
100 cycles at 70% depth-of-discharge.

PASTED ELECTRODES

Introduction

If it were possible to substitute a pasted plate for the use of sintered plate
in the fabrication of Ni(OH) 2 electrodes and at the same time maintain the en-
ergy density, the plate manufacturing process could be substantially improved
i.e., by decreasing the number of operations, decreasing production costs,
and improving the uniformity of the product. Unfortunately, a viable substitute
is not prezsently available. Furthermore, there is no reason to believe that the
sintered structure corresponds to an optimum design qo as to preclude all other
structures. Consequently, an investigation was conducted on the development
of an alternative stru.,ture with the intention of either constructing at least a
comparably performing electrode, or showrdng definitively that it is impos-
sible to match the performance of sintered plate.

The pasted structure was selected for study because it is ideally suited
for simple, rapid, and economical fabrication. -Aso, the physical character-
istics of the plate and the formulation of the active materials can be altered
by minor adjustments in the process steps.

The literature on the fabrication techniques of pasted nickel electrodes is
rather meager. The patent literature does describe the various methods for
making pasted structures (Ref. 72 through 78). Essentially, they all describe
various ways of mixing NI(OH), with a conductive diluent and a binder, activating
the binder, and preparing the plate. Another such method is discussed in this
report. The differences between the method discussed here and those already
patented •eeem to differ sufficiently so as to suggest a possible patent position
on the method. From the point of view of a disclosure of information, the
presentation here not only describes the preparation but also presents test data
to support the performance claims and gives insights into those critical factors
tfat determine performance.

Experimentation

The active materials to be used in pasted electrodes were prepared in the
following manner : 327 grams of Ni(NO.). " 6H.0 and 36. 4 grams of
Co(NO) 1  6H.0 were dissolved and diluted to exactly one liter with distilled
water. Then 250 ml of this solution had 240 ml of 22. 5% KOH (45% KOH diluted
one to one with distilled water) rapidly stirred into it. The result was centri-
fuged, the supernatent was removed, and the precipitate was washed by stirring
with distilled water. This latter sequence was repeated until the pH of the
supernatent was about eight. About five washings were required. The collected

103



precipitate was dried at 150' F, pulverized in a motar, sieved through a 125-
micron screen and stored under vacuum. By virtue of the method of prepar-
ation, the composition of the active material was 90 mole % Ni(OH)a and 10
mole % Co(OH)v.

The binder in the pasting process was GAF Ganex* V81 6 polyvinyl pyrc-
lodone resin at a 2-weight-%-concentration level. Nickel powder of various
sizes and various concentration levels was used as the conductive diluent.
The binder and the nickel powder were dispersed in the active material by
bail milling.

The preliminary cycling tests were performed at ambient temperature
under flooded conditions and in a CO.-free environment. The cycles were
determined by a voltage cutcff established by the oxygen evolutionary reaction
during the charging process and selected as 0. 10 v versus Hg/HgO during
discharge. The charging voltage cutoff was carefully selected to correspond
to a stablized condition of overcharge wherein any further oxidation of Ni(OH)2
is insignificant. The pasted electrodes in these tests were prepared on 7-mil,
20-mesh nickel screens having a geometric area (bounded by the edges) of
19.7 cm' (1 3/4 inches by 1 3/4 inches) with a tab for electrical connections.
They were designed so as to correspond to the specific capacity of 3.75 am-
pere hours/dimn (theoretical; i. e., 0. 739 ampere-hour per electrode).

The carefully weighed dry mixes were spread on the nickel screens
which in turn were resting on a nonwoven nylon separator material. The
electrode material was then wet-mixed to form a paste and spread into a
screen. The actual pasting was done on a hot surface (about 1600 F) using
TFE liners. The hot surface served to increase the rate of evaporation of
the water from the paste. This, together with the periodic additions of
water, provided a convenient means for maintaining the paste at a workable
consistency. At this point, a pressing step was employed as needed. The
pressure used was an experimental parameter that is discussed fully in the
following subsection. Essentially, the pressing procCu, e involved: a) a
prepressing of the wet-pasted electrode between stainless steel plates
(excess water was thereby squeezed out of the matrix); b) drying overnight
at 1500F (caution); and c) a final pressing between stainless steel plates to
achieve maximum densities (up to 7000 to 8000 psi pressure). The drying
step must be done with some caution in that severe dehydration causes the
plates to crack and become separated from the screen. Constraining Lucite
plastic plates (,sandwiching the electrode) were beneficial in maintaining the
integrity of the plates during the drying step. When cracking did occur, water
was added to the plate and the pasting was repeated. The electrodes were
double-wrapped with nonwoven nylon, and sintered cadmium electrodes were
used as a counter. Voltage measurements were made vercus a hg/HgO
reference electrode.

*Trademark
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The experimental method used for the pretest phase was identical with
that of the sintered electrode, which is presented earlier in this report. The
cathode preparation is the only difference in the method. It involved a pasting,
which used a mix containing 50% INCO 255* nickel powder, 2% binder, and 481c
active materials spread on a 2. 75-inch by 5.34-inch screen (94.8 cm') in
the manner described above. The amount of actual material used was deter-
mined by the theoretical capacity designed into the plate. The pressing pro-
cedure is described above.

Discussion

The primary objective of this stady on Ni(OH4 pasted plates was to
achieve an energy density comparable to that of a sintered electrode. If
this cannot be achieved, the other objectives under the contr.act would be of
no significance as applied to pasted electrodes.

The measurement of utilization as defined here is the ratio of the dis-
charged capacity divided by the theoretical capacity of the plate. The dis-
charged capacity is understood here to be that deliverable capacity resulting
after a full charge terminated by L voltage cutoff signal and indicating an
inflection in the charge curve. For the purposes of the utilization measure-
ment, the discharge capacity is taken to be the capacity resulting from the
reduction of Ni(III) and Co(III) mixture and taken that no contribution was
made by oxidation of any of the metallic nickel found in the plate. The values
given for utilization must be understood in this context. However, the exper-
imental measurement of the plate energy density is not directly dependent on
these assumptions, since the value presumes all available sources of energy.
Unless noted otherwise, all utilizations were measured on the tenth cycle of
the plate.

It must be pointed out that energy density measurements are based on
the initial projected volumes of the electrodes tested. This was done as
a matter of convenience in testing; and, in view of the nature of the testing
pei formed, it was also a satisfactory approximation.

As the first step in the experimental program, a series of pasted elec-
trodes was tested at a constant porosity (i. e., 72%) to determine the effect
of nickel powder concentration on the utilization of the active material. The
porosity in this case was that which ordinarily existed after pasting. The
INCO 255 nickel powder used is a product of the International Nickel Corpor-
ation having a particle size of about 3 microns. The cycling rate was held
at C715. T.-,le 29 demonstrates that a pasted electrode having a naturally
occurring porosity is of no value. The utilizations were ao poor that they
correspond to energy de.3ity in the range 0. 14 to 0. 33 ampere-hour/inchs.

*Trademark
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Table 29

PASTED ELECTRODES - - POROSITY 72•

Nickel Powder Utilization
Electrode No. (weight ()

1 2 0

2 5 7

3 10 5

4 20 5

5 30 9

Postmortem failure mode analysis showed that the only areas where reaction
had taken place was in the immediate vicinity of the nickel wires of the screen
substrate. This observation is consistent with the fact ihat Ni(OH)s had a
high electrical resistivity. The need or a highly conductive matrix was
evident. Two ways of achieving this were considered: a) increasing the
nickel particle size so as to provide an extension to the niekel screen, and
b) compressing the matrix in order to link up the nickel particles already
present. Table 30 shows the effect of particle size at constant porosity,
and Table 31 shows the effect of porosity at constant nickel concentration
and particle size with everything else being equal. In Table 31 the choice of
30 weight % nickel was based solely on the observation that the constant cur-
rent data showed the lowest resistance overpotential losses. The data to this
point was unambiguous in that it demonstrated that the use of large particles
in the form of filaments and matrix compression resulted in substantially im-

Table 30

EFFECT OF NICKEL PARTICLE SIZE AT CONSTANT POROSITY (72%)
AND CONSTANT NICKEL POWDER CONCENTRATION (30 WEIGHT %)

Electrode No Particle Characteristics Utilization at C/ 15 (1)

5 INCO 255 nickel powder; -3p size 9

8 Metals Disintegrating Company 9
Type 202; 3 0u size

9 Fiberfil Corporation, " Filamets"* 30
nickel fibers; 0. 0015 -inch by 0. 0015-
inch by 0. 250-inch filaments

*Trademark
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Table 31

EFFECT OF COMPRESSION AT CONSTANT NICKEL POWDER PARTICLE

SIZE (-3L) AND CONSTANT CONCENTRATION (30 WEIGHT %)
AT C/15 RATE

Electrode No. Porosity (%) Utilization (%)

5 72 9

7 38 29

proved utilizations. Unfortunately, further compression was not feasible in

either case. Obtaining a porosity significantly less than 72% for the plates

containing the nickel filaments was the maximum achievable with the presses

available.

Cycling tests of this electrode were disappointing. This was attributed to
a decompression of the plate which took place after pressing. This would be
analogous to the manner in which a compressed spring returns to its equilibrium
position when the restraining force is gradually released. For the electrode,
it resulted in a poorly adherent structure. The utilization decreased rapidly
with cycle number. Consequently, the use of filaments was eliminated from
further consideration. On the other hand, consideration was given to nickel
structures that are compressible but would not require restraining forces to
maintain stability, i. e., Foametal porous nickel. More will be said about
this later.

The general trend of the results obtained up to this point was the apparent
need for intimate nickel hydroxide-nickel metal interfacial contact. A furtner
illustration of this is the well-known observation that dry-preased Ni(OH),
electrodes are of no value. The attempt during this program to produce such
a Iry-pressed electrode (having 30% INCO 255 nickel powder concentration)
gave a 5% utilization. This can be compared with the 29% utilization of the
pasted-then-pressed electrode of the same composition. It is difficult at this
stage to even speculate on the nature of the interfacial interaction. However,
it is *his interaction which is the essence of producing a workable Ni(OH),
electrode, whether pasted or sintered. It is disclosed here that to produce a
pasted Ni(OH)2 electrode, the structure must be compressed after pasting.
It must be pointed out that the low utilization observed with the dry-pressed
electrode tested may have been caused by the failure of the binder to "set"
when placed in the electrolyte. This amounts to a trivial e::ample of a lack
of intimate contract between particles.

In order to pursue this idea of intimate active material-to-nickel metal
contact, studies of the effect of nickel powder concentrations above 30% were
performed. The results were wholly consistent with the hypothesis shown
in Table 32. The utilizations and the observed plate energy denbities were
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encouraging. At this time in the program a decision was necessary as to the
composition of the pretest electrodes. On the basis of the data available, the
electrode containing 50% nickel powder was selected because of its high energy
density.

Table 32

EFFECT OF INCREASED NICKEL POWDEFI (INCO 255)
CONCENTRATION ON COMPRESSED PASTED ELECTRODES AT C/5 RATE

Electrode INCO 255 Nickel Powder Utilization Energy Density
No. ýo) M•o (amp- hrs /ins

7 30 29 1.81

19 40 43 3.06

15 50 58 3.51

16 70 77 2.86

As a parallel effort with the pretest preparation and execution, a Foametal
porous nickel substrate h- ing 45 pores per linear inch was impregnated with a
mixture of 404CO 255 powder and then crushed with a pressure of 20, 000 psi.
The results were as anticipated. The energy density amountcd to 5. 07 ampere-
hours/hich3 . In fact, it was the best pasted electrode tested so far. A pictorial
summary of the results is given in Figures 36, 37, and 38, Pertinent infor-
mation supplmenting the figures is given in Table 33.

Table 33

REVIEW OF SIGNIFICANT DATA
(All Electrodes: Theoretical Capacity = 0.739 Ampere-hour)

(Electrodes Cycled at C/5 Rate, 0. 150 Ampere)

Maxlm-m [%$,charge
I tIil at "Itl

Electrode Thickness Foroitty at C 5 Rate Energy Defuttv
Nckjhbsl-I Qate ~ tqn * .LM % M.~ _____ (an.t--r -J 1')

7 20-mee. T-mi! 30,% [NCO 155 0.04 O0 If 1.01
nickel screen powder (3000 psI)

14 30-amok, 7-mil lo0 INCO 355 0.024 28 Iral spjrt in Koff M &O-
nickel scrvt 1 powder; electrode (3o000 pt) untl•llgtkon - 5%

""ed trio dry
powoer

IS 20-moeek 7-roil S", [NCOIS2 0.040 41 X 51
nickel ecrenw powder (8000 pet)

16 10-meeo . T-nkl 70% INCO I55 ',. 045 49 7' •. 34
nickel ecroem powder -3000 pei)

Is 200-ml thirk. 07% 401% WiCO ISS 0.030 29 61509
perow 14S polr powder 00. W0o pet)
aickol Foaxnecal

is w0M~ee. 
7

-mi! 4Sf. N'CO 255 0.034 34 43 X. Go
nickel *croon powder

Iir kq l 4t * . 2 4 b uin d r I- a - e m at eria l - 1 0 0 4
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From the flooded cell experiments, it is easily conceivable that a reactive
layer exists around each nickel particle. An attempt to assign a layer thickness
can be arrived at from geometric c(,nsiderations. It can be shown as a first
order approximation that the reactant layer thickness, t, can be given as

PWNITI) P Ni
t = r3 Pi()

SWN i

where P is the porosity, P is the density of the subscripted species, W is the
weight of the subscripted species, and r is the radius of the nickel particle. The
obvious conclusion is that a much greater dependence exists on the radius of
the nickel particle than on the ratio of the weight of nickel powder to nickel
hydroxide. A substantial increase in energy density can be predicted by using
smaller particle size together with a decrease in the weight of nickel powder.

With reference to substrate corrosion, the data show nothing. That is,
either no significant corrosion is taking place,or it exactly compensates for a
loss in capacity on cycling (refer to Figures 37 and 38, Elec&rodes 16 and 18).

Two sealed pretest cells were prepared. The results obtained to date are
given in Table 34. It is readily apparent that the st,._rved electrode in the pretest
behaved in a manner almost identical to that studied under flooded conditions.
Measurements of capacity uniformity and charge efficiency over 200 cycles
await the completion of the test.. A postmortem plate inspection will be per-
formed at that time.

Conclusions

"Mhe objective of this study on pasted structures was either to prepare
pasted nickel electrodes having comparable performance to the sin.tered elec-
trodes or to demonstrate that this is impossible to achieve. The objective is
not yet fully achieved. The results secured so far indicate that a pressed-
pa&ted structure containing substantial amounts of nickel powder (greater than
3016) can, at least under experimental conditions, approach the performance of
sintered electrodes (e. g., 5. 0 ampere-hours/inchs). Of course, the proof lies
in testing actual cells in the manner of a "head" test. Critical data obtained
under these conditions would be definitive.

In lieu of the original objective, it appears highly probable that a pasted
Ni(OH)3 electrode can be developed that will match the best performance
achievable with sinters.
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Table 34

PRETEST DATA AND RESULTS
(Electrode Dimensions: 2. 75 inches by 5.34 inches)
(Geometric Area: 14. 69 inches'- 94. 75 cma)
(Electrodes Pressed at 7000 psi)

Theoretical Theoretical Required Amount Amount of 50',.
Electrode Specific Capacity Capacity Actie Material Nickel Mix Thickness Volume

No. (ampere-hours/dm) (ampere-hours) (gramns) (grams) (inch) (
1 3. 75 3. 55 12.28 25. 58 0, 046 0. 676
2 4.25 4.03 13.94 29.04 0. 052 0. 7t.4

I = C/5 (Based on Cell No. 1) = 0.70 Ampere
Cycles 1-4: Charge for 6 hours

Discharge 6 hours or to electrode
voltage of 0. 00 versus Hg/HgO

Subsequent Cycles: 3. 2 hours charge
2.8 hours discharge or to
voltage cutoff

Cell No. 1 Celi No. 2
Cycle No. Ampere-hours Discharge Utilization ( Ampere-hours Discharge Utilzation IL)

1 1. 54 43 1.50 37
2 1. 95 55 1.91 47
5 1.88 53 1.86 46

10 1.81 51 1.85 46

15 1.74 49 1.86 46
20 1.69 48 1.86 .16
24 1.69 48 1.84 46

11.3

J 
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Sect' on 6

MEMORY ANALYSIS

INTRODUCTION

This analysis was undertaken to investigate the type of electrode(s) that
5 contribute to the phenomenon known as memory and the extent of their con-

tribution. In this context, the memory is defined as the temporary loss of
I capacity delivered above a set cutoff voltage. This loss arises on prolonged

highly repetitive cycling at less than 1004depth of discharge. The continua-
tion of discharge beyond the voltage cutoff point gives little or no additional
discharge capacity. The end of the discharge voltage at the assigned depth
of discharge tends to fall with each successive cycle.

The currently prevailing opinion in the available literature is that the posi-

tive nickel electrode is largely responsible for the 'ffects defined above. In

order to solve this problem, a combination of electrochemical and wet-chem-
ical analytical methods was selected under the assurmption that the appearance
of a memory e'fect somehow also must be reflected in the chemical composition
of the electrodes involved.

EXPERIMENTAL APPROACH

Initial Plan

The test cells used were cylindrical, sealed, nickel-cadmium cells with
a standard wound construction and a metal cell case. As Cs cells, they had a
nominal discharge capacity of one ampere-hour and were built from well-
characterized positive nickel and negative cadmium electrode material of
porous nickel-sinter construction. Nonwoven nylon was used as t~he separator,
and the electrolyte was 31 % (by weight) aqueous KOH solution.

Each cell was equipped with a centrally located reference electrode, con-
sisting of a partially charged piece of positive electrode material. The proper
functioning of the reference electrode was monitored at regular intervals. This
reference electrode, its conducting wire to the outside, and the epoxy closing
of the top section of the cell were deviations from normal factory construction.

Following assembly, the cells were submitted to two charge/discharge cy-
cles for formation and the determination of individual cell discharge capacities.

Cycle 1. Charge for 20 hours at the nominal five-hour rate (C/5) of 200 ma.
The average end-of-charge voltage (EOCV) was 1. 436 v with a ± 1 y limit of
0. 002 v. Discharge at the same nominal rate to 1 v resulted in an average
capacity of 1. 14 ampere-hours with a ± I a limit of 0. 007 ampere-hour.
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ycJ2_. Charge for 16 hours at 200 ma with an average EOCV of 1. 439

and a• 1 a limit of 0. 002 v. Discharge -it 200 ma to a 1. 0 v cutoff point

yielded an average capacity of 1.14 ampere-hours with a ± 1 c limit of

0. 011 ampere-hour.

The cells were then put on 16 hours of charge at the adjusted five-hour

rate (C/5) of 228 ma in preparation for the first cycle discharge with the same

current. At repetitive cycle conditions, a three-hour cycle consisted of 72

minutes of charge. 38 minutes of rest, and 60 minutes of discharge, thus pro-

viding a depth of discharge of 204 of the average cell capacity and an overcharge

factor of 1. 2 of the capacity removed.

Fifty-six cycles were acquired per week, and at those time intervals the

cells were removed from the test and submitted to analyses. For the first

four weeks of testing four cells were taken every time, and from weeks 5 to

10 only two were scheduled for inspection."' Four different cell treatments
were executed:

Type A. Monitored discharge of 228 ma to zero v with determination of
the discharge limiting electrode. Disassembly of cell in preparation for
chemical analysis

Type Discharged as with Type A followed by rejuvenation con-

sisting of a. 16-hour stand in externally shorted condition and a 16-hour
charge at the true ten-hour rate (C/10) of 114 ma. Then nominal dis-
charge and disassembly for chemical analysis

ype C. Monitored discharge as usual. Rejuvenated and returned to
repetitive cycling one week later for another group of 57 cycles. Dis-
charge and chemical analysis

Type D. Same as with Type C, however, the second group of repetitive
cycling lasted four weeks, or for 225 cycles

Modified Plan

When it became apparent that the repetitive cycling regime failed to in-
duce the memory as expected, two changes were made:

1. After five weeks of repetitive cycling, the weekly sampling of
cells for Type A and B treatments was abolished and replaced
by monitoring the end-of-discharge voltages. Sampling is
scheduled to begin again as soon as significant changes in the
end-of-discharge voltage can be detected.

2. After a total of 402 cycles, half of the remaining cells were
switched to a ten-hour rate (C/10) regime with a cycle length

*1In addition, two cells each were analyzed chemically after closing and after

formation discharge.
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of six hours, but under continuation of the depth of discharge
and overcharge factors as before.

At reporting time, the cells are still on test with 764 five-hour rate cycles and
402 C/5 plus 181 ten-hour rate cycles, respectively.

Chemical Analyses Methods

The chemical methods applied in the analyses of the composition and for
the examination of the state of charge of the electrodes were developed in the
Battery Business Section laboratories prior to the contract work. They are
described in General Electric Company Report No. P3C-PB-105, Test Meth-
ods. A brief outline of the methods is given in the following paragraphs.

Sample Preparation. The discharged cells were opened, and all of the parts
were removed from the can to be extracted several times with hot distilled
water. The extracts were collected and aliquots were used for analysis of
the electrolyte. After vacuum drying, the roll was unwound and three samples
were cut from each electrode. The locations of the sample-taking were al-
ways the same, i. e., at the start of the roll winding, at the middle portion of
the electrode length, and at the end of the electrode length. Active material
and nickel sinter were removed from the nickel-plated steel substrate, finely
ground and stored under exclusion of air. Aliquot parts of about 0. 3 to 0. 5 g
were then used in the subsequent analyses. The respective results were then
calculated on a Uefined area basis.
Total Capacities. Nickel sinter and positive active material were separated
by means of a leaching process which only removed the nonmetallic compo-
nents. In aliquot parts of the extract, the nickel ions were then determined
by a conventional complexmetric titration. A negative electrode sample was
completely dissolved in nitric acid and, in aliquot parts, the cadmium was
also determined by a complexometric titration after a masking of the inter-
fering nickel ions. The amounts of positive and negative active material were
then calculated as total theoretical electrode capacities.

Residual Electrode Charge. A sample of positive electrode material was
reacted with a known amount of ferrous ammonium sulfate in an acetic acid
medium. The higher-than-2+ valency nickel components oxidized an equiva-
lent amount of the ferrous ions, while the unreacted por~on was back-titrated
with permanganate. The difference between the ferrous icas given and back-
titrated was then calculated as a residual charge of the positive.

A sample of the negative electrode material was reacted with an excess
of ferric sulfate in an acetic acid medium. The metallic cadmium reduced
an equivalent amount of ferric ions, which could then be determined by a per-
manganate titration and calculated as a residual charge of the negative electrode.

Uncharged Electrode Capacity. This is defined for both electrode types as
the difference between the total electrode capacity found in earlier chemical
analysis and the sum of the electrochemical discharge capacity and the residual
electrode capacity found in the residual electrode charge tests.
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RESULTS AND DISCUSSION

Discharge Capacities and Voltages

In Figures 39 and 40, typical cell voltages versus time curves for the
complete discharge of cells with 228 ma (C/5) are presented. In addition,
the discharge curve from the second formation cycle is given, with a mark
indicating the formation discharge capacity corrected for the high br current
used at the repetitive cycling regime. The time ior the regular end of dis-
charge at a 20% depth and the area of halftime through a complete discharge
are also marked and serve as control points.

Figure 39 shows the discharge curve of Cell 118 after 281 repetitive
cycles and after a rejuvenation process as described above. As can be seen,
after 281 cycles the cell voltages were slightly depressed at both control
points toapproximately 40 and 50 my, respectively. The discharge capacity to 1 v
was about 5% lower than obtained at the second formation cycle. The rejuve-
nation completely eliminated those differences. The remaining difference in
cell voltage between formation and discharge after rejuvenction is caused by
the two different discharge currents applied.

Figuie 40 showo the situation for Cell 116, which was cycled for 225 times,
rejuvenated, and recycled for another 225 times. As can be seen, the depres-
sion in cell voltage was identical at the two control points for the two discharge
runs, namely, 40 mv at the normal end of discharge and 50 my at the halftime
point. Capacity loss at the first complete discharge was 4%, anu 12% of forma-
tion capacity after the second sequence of repetitive cycles.

Table 35 contains respective data of all of the complete discharges per-
formed to date. The cell identification number and the number of cycles ac-
quired prior to the first discharge are given. Between the values for the two
discharges involved, the cell treatment is also indicated, i. e., rejuvenation
R and the number of repetitive cycles of the second regime. This form of cod-
ing is also used in the subsequent tables. The column marked "Change in Vs,"
contains the cell voltage drops in mv at the regular end of the discharge, while
the column marked "Change in VHT" comprises the corresponding value at the
halftime point of the complete discharge.

In the column marked "Change in Capacity, " the losses in discharge capac-
ity to 1 v are expressed in percent of the formation discharge value and are
sorted for the different treatment conditions. The last line of the table con-
tains some pertinent group averages.

As can be seen, the average of the voltage loss for Vs, at the normal
end-of-discharge was 38 mv and had a ± 1 G limit of 6 mv. A comparison
with the individual values shows that the treatment conditions did not affect
this term. The average voltage loss for VHT at the halftime of a complete

118



0 0

P Za

CY

4 *10

UcU

U 40

z 14U

II

oiO 0

L119



z No 0

U, 4-.

3EE

40

wu

12



Table 35

SUMMARY OF VOLTAGE DROPS AND CAPACITY LOSSES

Flirs Di.chUa. SB&otd pitchrme
Change Change Change Change Chw•ge Change

Cell Cycle in V 60 in VHT in Capacity in 6 60 in VHT in Capacity
No. No. (my) JM .JI T.re•sme m (w v) (mL).

Close .. ...

Form 0 0 0

101 57 30 30 5

102 30 30 7 R 0 0 2

103 30 40 6 R 57 30 40 7

104 30 40 6 R 225 40 50 12

105 113 40 50 7

106 40 50 8 H 0 0 0

107 40 50 7 R 57 40 50 9

108 40 40 7 R 225 40 50 13

109 169 40 50 4

110 40 50 6 R 0 0 1

111 30 50 4 R 57 10 50 6

112 40 5s 5 H 225 40 50 13

113 225 40 50 6

114 N0 60 5 R 0 0 1

115 40 50 5 R 57 40 50 6

116 40 50 4 R 225 40 50 9

117 281 30 50 5

116 30 50 4 R 0 0 0

" "1 402 40 503

!51 403-520 s0 50 7

G roap 38 4Q 6 1
A " rap

*Cycles at C 10'-
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discharge to 1 v was 48 myvand hada± 1 a limit of 6 my. A slight increase
from an initial value of 30 mv was detected after one week of cycling to
50 mv; however, beyond that no further changes with time occurred. When
the rejuvenation treatment was immediately followed by a complete discharge,
the cell voltages at the two control points did not differ from the values
originally obtained at the formation process.

It should be noted here that in all cases the differences in voitages were
caused by the positive electrode and that under the conditions applied this
electrode always was the discharge-limiting one. The losses in discharge
capacity at a complete discharge were affected both by the rejuvenation pro-
ces- 2nd by the number of subsequent cycles. Ho.ever, the number of

repetitive cycles accumulated prior to the rejuvenation did not influence the
dischargeable capacity.

The average capacity loss of 6% after any number of cycles was reduced
to about 1% at a discharge immediately following the rejuvenation procedure.
The average loss after 57 repetitive cycles following the process was, at 8%,
slightly higher than that for untreated cells, but significantly lower than the
average of 12% observedfor cells with 225 cycles in the second cycle sequence.

Having evaluated the capacities dischargeable to 1 v, capacities dis-
chargeable to less than 1 v were investigated. Table 36 presents the results
of these analyses. Column CDo contains the total capacity discharged to
zero cell voltage. This is followed by the discharge capacity to 1 v discussed
above. The two values given in columns "0. 6" and "0. 0" are incremental
capacities obtained in the ranges 1 to 0. 6 and 0. 6 to 0. 0v, respectively.
The cells were then rejuvenated (R) and recycled for 57 and 225 more repet-
itive cycles.

As can be seen, there were also l-sses in the total capacity to zero at

the first discharge, but they were apparently independent from the number of
cycles obtained. In all cases, the incremental capacities became greater
than at formation, but not to such an extent as to compensate for the overall
decline in capacity.

At discharges immediately following rejuvenation, not only the capac-
ity to 1 v was improved, as mentioned previously, but also the incremental
capacities were reduced towards their initial values at formation. Renewed
repetitive cycling after rejuvenation let the incremental capacities grow
again with a pronounced effect on the number of cycles of that second sequence.

The following conclusions can be drawn following these invest.gations.
a Under the conditio n applied, the "eSt cells adtn-

the assumed snnse of the definition, i. e., neither drops in discharge
voltages nor losses in dischargeable capacity were significant.
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Table 36

TOTAL AND INCREMENTAL DISCHARGE CAPACITIES
(All Values in Ampere-hours/Cell)

C e l l C y C I O l- ... . ..
No. No. f 1, A .2, L i rs 52 ._U M m4

Close 0.0 0.0 0.0 0.0

Form 1.15 1.14 0.001 0.003

101 57 1.10 1.08 0.013 0.008

102 1.06 1.06 0.013 0,008 R 1.13 1.11 0.006 0.009

103 1.00 1.07 koV 0.011 I 57 1.08 1.06 0.011 0.011

104 1.09 ,. 7 0,010 0.013 R 225 1.03 1.00 fl. 015 0.011

105 113 1 09 1.06 0.009 (.021

106 1.08 1.05 0.01 0.016 R 1.15 1.13 0.008 0.010

107 1.09 1.05 0.02o 0.021 R 57 1.05 1.03 0.008 0.011

108 1.09 1.05 0.020 0.021 R 225 1.03 0.98 0.023 0.023

109 169 1.12 1.09 0.010 0.017

Ito 1.11 1.06 0.022 0.027 H 1.14. 1.12 0.010 0.009

111 1.13 1.10 0.010 0.015 R 57 1.08 1.05 0.015 0.015

12 1.12 1.08 0.014 0.021 R 225 1-01 0.99 0.0.i 0.021

111 225 1.10 1.07 0.019 0.011

-14 1. 11 1.08 0.015 0.015 R 1.15 1.1. 0.008 0.009

115 1.11 1.09 0.011 0.008 R 57 1.08 1.05 0.01S 0.014

116 1.12 1.09 0.008 0.023 R 225 1.07 1.04 0.015 0.019

117 281 1.10 1.08 0.011 0.011

118 1.12 1.10 0.008 0.011 R 1.16 1.14 0.006 0.009

119 402 1.13 1.11 0.010 0.009

151 402+52* 1.09 1.05 0.022 0.018

*Cycles at C/10 rate
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6 The rejuvenation process restored the initial cell performance but
only on a temporary basis.

e When repetitive cycling was resumed after rejuvenation, the losses
in discharge capacity observed were greater than before and obviously
increased with growing number of cycles in the second sequence.

9 The so-called incremental capacities of repetitively .ycled cells in-
creased consideraby over their values at formation and could not be
brought back to those initial values by means of rejuvenation.

ii a

Chemical Analysis V

In Tables 37 and 38, the composition of the positive and negative electrodes

is expressed on an ampere-hour-per-electrode area basis. The samples for
analysis were always taken from the same locations of the electrodes and were
only 10 cm in size. However, the results were scaled-up to the respective
electrode size so each sample would represent the whole electrode. The de-
scription of the samples on top of Table 37 refers to their relative positions
in the wound-electrode pack, with the inside label coincidinU with Che begin-
ning of the winding.

The column marked "CTH" contains theoretical capacities of t .e active
materials. The capacities were arrived at or the Lasiz. of 1 X26.8 ampere-
hours/mole for positive electrodes and 2 X 26. 8 ampere-hours/mole for nega-
tive electrodes. In the column marked "CR", the residually charged capac-
ities after the discharge tc zero volt are found. Inasmuch as those levels
were determined by means of well-known chemical redox reactions, no unknown
conversion factors were involved in the calcLlations. Finally, in column "Cu"
the portions of the active mat'vrils -rh.ch r maLinEd urncharged at the end of the
preceding charge period are found. They are calculated by definition as the dif-
ference between CTH and the sum of CDo and CR.

In some of the positive electrodes, q nuinter af cases of negative values
for the uncharged portion are observed which natural~y h we no significance.
These negative values can be eliminated when a slightly greater conversion
factor than 26. 8 mole, or more than one electron involved in the charge trans-
fer, is assumed.

On the other hand, it is interesting to note that negative values are only
detectable at the end of cycling and after rejuvenation, but never after recycling. I
This could support the idea that structural changes are encountered in "'e
active material that affect the efficiency of the leaching process and con-
sequently the values oi CTH.

Other observations that can be made are that the level of residual charge
was always the highest at the end of normal cycling and declined with .ejuven-
ation. It is difficult to see any influence of the subsequent recycling. Also the
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Table 37

POSITIVE ELECTRODE COMPOSITION
(All Values in Ampere-hours/Eiectr6de Areaj.--

InieMiddle Outsid
Cell Cycle C CC CC C C

No. No. Treatmen- C C C

Close - 1.41 0.16 1.25 1.42 0.15 1.27 1.42 0.15 1.27

Form 1.15 1.40 0.•2 -0.07 1.43 0.S3 -P 05 1.42 0.40 -0.13

101 57 1.10 1.28 0.33 -0.15 1.29 0.34 -0.15 1.39 6.41 -0.12

102 R 1.13 1.33 0.27 -0.07 1.37 0.28 -0.04 Sample Lost

103 R 57 1.08 1.32 0.24 *0.00 1.28 0.24 0.08 1.42 0.28 .0.06

104 R 225 1.03 1.43 0.22 0.18 1.41 0.23 0.15 1.47 0.22 0.22

105 113 1.09 1.29 0,35 -0.15 1.35 0.34 -0.08 1.30 0.39 -0.18

106 R 1.15 1.25 0.21 -0.11 1.29 0.23 -0.09 1.31 0.24 -0.06

107 R 57 1.05 1.37 0.25 0.07 1.35 0.29 0.01 1.38 0.31 0.02

108 R 225 1.03 1.34 0.22 0.09 1.39 0.21 0.15 1.33 0.21 0.06

109 169 1.12 1.29 0.35 -0.08 1.37 0.36 -0.11 1,39 0.40 -0.13

110 R 1.14 1.29D 0.25 -0.10 1.29 0.27 -0.12 1.32 0.29 -0.11

111 R 57 1.08 1.52 0.24 0.20 1.51 0.23 0.20 1.48 0.26 0.14

112 R 225 1.03 1.37 0.23 0.11 1.37 0.24 0.10 1.41 0.24 0.14

113 22 5 ..0 1.35 0.33 -0.08 1.35 0.35 -0.10 1.38 0.39 -0.11

114 R 1.15 1.32 0.24 -0.07 1.39 0.26 -0.02 1.38 0.29 -0.06

115 R 57 1.08 1.41 0.24 0.09 1.41 0.24 0.09 1.40 0.23 0.14

t 116 R 225 1.07 1.47 0.28 0.12 1.46 0.24 0.15 1.44 0.24 0.13

117 28' 1.10 1.42 0.30 0.02 1.40 0.34 -0.04 1.45 0.37 -0.02

l18 R 1.16 1.45 0.33 0.06 1.42 0.26 0.00 1.44 0.26 0.02

1!9 402 1.1Is 1.46 0.29 0.04 1.46 0.31 0.02 1.44 0.35 -0.04

151 402+52* 1.06 1.44 0.26 0.09 1.46 0.29 0.08 1.45 0.33 0.03

*Cyclde at C/I10 rate
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Table 38

NEGATIVE ELECTRODE COMPOSITION
(All Values in Ampere-hours/Electrode Area)

CIeld Middle Outside
Coll Cycle c c c c c - C
NO. no.Img.. Trod C.... En.M.....a CR Cfix 3R U

Close o- 3.10 0.70 2.40 3.13 0.64 2.49 3.08 0:70 2.38

Foarm 1.15 .06 1.27 0.64 3.14 0.99 1.15 3.03 0.75 1.13

101 57 1.10 3.04 1.06 0.86 3.09 0.92 1.07 3.04 0.99 0.95

102 R 1.12 3.26 1.14 0.09 3.04 0.95 0.96 2.35 0.78 1.04

103 R 57 1.08 3.06 1.08 0.92 2.90 0.95 0.87 2.89 0.95 0.86

104 R 225 1.03 2.25 0.82 1.40 3.03 0.87 1.13 3.03 1.48 0.52

105 113 1.0 e 2,91 1.16 0. fto 3.03 0.92 1.02 2.90 0.99 0.82

106 R 1.15 3.05 1.08 0.82 3.05 1.06 0.64 3.04 0.83 1.06

107 R 57 1.05 3.14 0.99 1.10 3.14 1.03 1.06 3.25 1.15 1.05

* R 225 1.'03 2.92 0.85 1.04 2.94 0.84 1.07 2.92 1.22 0.67

109 169 1.12 2.78 1.07 0.59 2.69 0.91 0.86 2.89 1.39 0.38

110 R 1.14 2.81 1.06 0.59 2.81 0.86 0.81 2.88 1.15 0.59

111 R 57 1.08 2.91 1.01 0.82 2.91 0.88 0.95 3.08 1.27 0.73

112 R221 1.03 2.86 0.95 0.88 2.63 0.85 0.95 3.00 1.27 0.60

113 225 1.10 3.06 1.12 0.84 3.07 0.98 0.99 3.14 1.25 0.79

114 R 1.15 2.92 1.01 0.77 3.00 0.91 0.94 3.02 1.47 0.40

115 R 57 1.08 2.73 0.94 0.71 2.64 0.84 0.92 2.84 1,10 0.66

116 R 235 1.07 2.91 1.04 060 2,89 0.89 0.93 2.78 1.33 0.38

117 61l 1.10 2.90 0.97 0.83 3.00 1.00 0.90 3.04 1.29 0.65

116 R 1.16 2.96 0.97 0.83 2.97 0.88 0.93 3.01 1.29 0.56

111 402 1.13 .863 0.97 0.73 2.81 0.86 0.82 2.87 1.30 0.44

151 402+532 1.09 2.81 0.91 0.80 2.78 0.87 0.86 2.77 1.22 0.46

ir-Cyles at CI o rate
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J0

amount of material with residual charge was apparently enriched towards the
outside of the electrode roll. The corresponding analytical results for the
negative electrodes are presented in Table 38.

At the moment of closing, the electrode composition was rather uniform
with respect to the total amount of the active materials and the charged and
uncharged portions thereof. The formation process increased the level of
residual charge by almost a factor of two at the inside and by about 50 in the
middle portion, while the outside section remained virtually unchanged.

While repetitive cycling apparently leads to stabilization at slightly lower
or the same levels in the first two portions, the amount of residual charge in
the outside zone increases to such an extent that after 169 cycles the charge
distribution in the electrode is the absolute opposite of the stage attained after
formation. Rejuvenation generally lowers the numerical values, however,
without destroying the respective charge distribution.

Resumption of cycling brings some further reduction at the inside and mid-
die section, while at the outside the trend to imbalance appears more pro-
nounced. Naturally, the changes in residually charged capacity are reflected

* in the amount of uncharged material available. The latter is also referred to
as the charge reserve of the negative electrode. In some instances, this term
drops to about one-third of its initial value at formation.

In conclusion, even if changes in electrode composition could be found,
they were not severe enough to induce memory. They merely led to insig-
nificant losses in capacity and voltage performance.

CONCLUSIONS

1. Under the test conditions applied, I. e., 20%depth of discharge and
120%overcharge at both the five- and ten-hour rate, the cells did
not exhibit any signs of memory even after more than 700 repet-
itive cycles.

2. Temporary losses and changes in discharge voltages and capacities
w:ere almost Insignificant and could be eliminated by a single reju-
venation procedure, consisting of external short circuiting and
subsequent full charging.

3. All cells tested were positive-electrode-discharge limiting.

4. The residual charge in the positive electrodee increased during the
formation process, and its level in the outside portions was slightly
higher than in other sections.

5. Negative values for uncharged positive material, arrived at by the
defined mode of calculation, disappeared during the second sequence
of repetitive cycling, thus indicating a possible change in the com-
position of the active material.
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The state-of-charge-distribution of the negative electrodes underwent
a marked change, inat Yr,,,h as the initially high level of residual
charge moved from the Widice portions t* the outside. This /,.as ac-
complished between Cycles 113 and 169.

I2
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CONCLUSONS AND RECOMMENDATIONS

The major conclusions and corresponding recommendations based on the
results of this study are listed below.

L Additives -- General

Voltametric cycling studies have shown thMt all deliberate additions of
cations (cobait, zinc, cadmium, aluminum, and lithium) to the active material
have a beneficial effect on the performance of the Ni(OH)I electrode. None of
these additives showed any negative effects. Cobalt and zinc were the most
effective with regard to high active mass utilization, capacity maintenance
with cycling, and charge efficiency, especially at higher temperatures (451C).

2. Cobalt Additive

The optimum amount of cobalt appears to be between 8 and 10% of the
active material. Uniform additive distribution in the active material is
es!3ential for maximum efficierncy of the additive. Such homogeneity cannot
be achieved in commercially impregnated plates which derive a significant
portion of their avaliable capacity from corrosion of the nickel substrate. It
is recommended that all future electrode preparations in this program be
designed to insure an 8 to 10% cobalt addition as standard practice.

3. Zinc Additive

The extent of zinc absorption in the positive plate during operation ot
a nickel-zinc cell amcimts to about 20% of the "active" cation content after
about 400 hours of cell operation. This absorption has no detrimental effet
on the performance of the nickel electrode. In fact, the voltametric performance
Of Ni(OI1), electrodes appears to be enhanced by the presence of ZnO dissolved
in the electrolyte.

4. Voltametrie C.clli1

Voltametric cycling of planar electrodes offers a convenient method for
studying the electrochemical aspects of the ele-I -rc - lecug ISm. Further
experimental work is required to fully interpret the voltametric results
obtained from porous electrode structures in terms of actual battery usage.
It is felt that such work could lead to useful correlations with more conventional
battery tests and that n 4difled voltametric. test methods could be successfully
used for accelerated life testing or for rapidly evaluating transient effects

) * in electrode processes such as memory.
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5. Substrate Material

From technical considerations alone, platinum represents the best possible
substrate material for the Ni(OH)2 electrode because of its high oxygen over-
voltage and chemical stability. From economical considerations, however,
nickel appears to be the only suitable choice of a substrate material. The
additional cost associated with the search for other alloys or surface treat-
ments in lieu of nickel is not warrented at this time. If, in the course of the
next phase of this program, it is concluded that the rate of nickel substrate
corrosion with cycling represents a major obstacle to achieving an improved
Ni(OH)2 electrode, this additional cost may be justified.

6. Substrate Interface and Porosity

A high active mass/conductor interfacial area and maximum substrate
porosity are the primary requisites for achieving good active mass utilization
and high electrode energy density in sintered structures. The physical properties
of presently available sintered nickel battery plaque appear to be optimum with
respect to these criteria. Little or no improvement in electrode performance
is expected to result from any modification in such plaque material or from the
use of other forms of porous substrates. The highest electrode energy densities
were obtained with sintered substrates having an average pore diameter of about
8 to 12 microns (all other things being equal).

7. Precipitation Technique

The electrochemical precipitation technique developed in this program can
be used to produce electrodes with about the same specific capacity as that of
commercial aircraft battery plates. The electrochemical technique offers two
distinct advantages over the commercial process:

" Three electrochemical precipitation cycles requiring a total of about
nine hours versus five to eight chemical impregnation cycles at about
three hours per cycle will mean reduction in processing time.

" Distribution of additives in the active material will be improved and
little, if any, corrosion of the sinter will occur during activation.

8. Electrode Capacities

Based on initial electrode thicknesses, measured specific electrode capac-
ities obtained in this program were as high as 6. 5 ampere-hours/Inch'.) The
fact that the thickness of all heavily loaded sintered plates increased by about
20% during cycling suggests that the active material has a much lower density
in the charged state and that the above value may therefore be near the maximum
attainable energy density with sintered structures under sealed-cell conditions"-
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9. Charge Efficiencies

Charge efficiencies of over 98% were achieved for electrodes charged
to 95% of full capacity. When fully charged, efficiencies of over 96% were
demonstrated for electrodes containing 8% cobalt additive. Capacity mainten-
ance of* 1% was demonstrated for 100 cycles at 70% depth of discharge for
the electrochemically prepared plates.

10. Sintered Plates

In view of the previous conclusions, it is recommended that work on
electrochemically activated sintered plates be continued in order to develop
further refinements in this promising fabrication process. These efforts
should be aimed at examining in greater detail the effects of other precipitation
current densities and conditions, such as pulsed currents, the application of
vacuum to remove extrapped gas during precipitation, and the use of surfactants
and other additives to the impregnating solution.

11. Pasted Plates

Pasted plates offer the greatest promise from the standpoint of ease of
fabrication, production cost, and capacity uniformiy. Moreover, alterations
in the physical characteristics of the pasted structure can be effected by only
minor adjustments in the fabrication process. While the production of such
electrories presently involves a great deal of art, there appears to be a high
probability that pasted plates can match (or perhaps even exceed) the perfor-
mance capability of sintered structures. Since time did not permit a complete
evaluation of these electrodes during the present report period, it is recom-
mended that work on this type of structure be continued in order to permit a

11il characterization of the pasted Ni(OH) electrode. Prelirinary testing
--nd-er •ealec -'ce1 cos-ndULid underway at this time. A complete determination
of capacity uniformity and charge efficiency with cycling will be mad- for these
-lectrodes shortly. Postmortem analy,;es wil be made in an effom-t to predict
Y,- prw'.ary failure mode of pasted structures.

12. Memory

No evidence for memory was obtained after more than 700 repetitive.
partial-depth discharge cycles -- a condition which was thduwht tn .. ,L.
memory effect most rapidly. Only small, temporary losses in discharge
voltage and capacity were found ',ith repetitive cycltn, and these wereeliminated by a single rejuvrnation procedure. It is recommetided that the

present cycling regime be continued until a signiftcant change in the electrical
performance of these test cells is observed. At that time. the scheduled post-
mnortem analyses should be reinstated to determine the cause aMn origin of
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Nickel-cadmium batteries. High-temperature effects on sealed Ni-Cd
batteries. CA, 6, 110968s.

Potassium distribution in nickel oxide electrodes. CA, 64. 18953f.

Sintered-plate-type nickel-cadmium alkaline batteries. X. Effects of additives
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